CERTIFICADO DE CALIDAD / CERTIFICATE OF TEST AND ANALYSIS

EXCELENGIA EN CALIDAD

10433 - 10478994

04/10/2013

AGE RAMOS

ATOS DEL CLIENTE /60LD. TO i CLIENTE CONSIGNADD / SHIPTG - -

[ DATOS DEL EMBARGUE 7 SHIFPING INFORMATIGN

Glienle / Customer: PLESA ANAHUACY CIAS SADE CV Cliente f Customer:

Corren Electrénlos f aMail;

Ndm. Viaje / Travel No: 10433
Direcsidn / Address: AV VALLE DE LAS ALAMEDAS 68 0 SAN FRANCISCO CHILPAN Direccion / Address: Num. Faclura / Invoice No: FQ009385
Ciudad / City; TULTITLAN Estade / Stale: EDO. DE MEXICO Ciudad / Cily: Estado / Stale! Pedide / Gustomer Crder No: 10478994
Teldfone / Phone: 10828570 Pais / Country: MEXICO C.P/ZIP 54840 Nim. Plan / Shipping Plan: 11667

Fecha Emparqus / Date: 04/10/2013

. . . i COMPOSICIONQUIMICA :HEMICAL COMPOSITION {% PESQ | WEIGHT)} o s
Colada/ |Secuenclaf] Clave /! Preduclo / Deseription of Goods %G [%Mn| %S| %P | %S [%Cu]%Cr| %Ni|%Mo|%Sn| %TI [ %V | PPM | PPM | CE
Heat Saquence Coda Nb N
Avo | ave | ave ) ave | ave | ave | ave | ave | ave | ave | avs | ave | ave d avs | avs
1380 [ ieaki) BG349  |ANGULC LI 3" x 3" x 114" AJBIAB28-50 0.23 | .70 | 097 | G.009 | 0.006 | 0.22 | 0.08 | 0.07 | 0.076 { 6,014 | 0001 | 0,008 9 0 0,35
12.20m 4.0T 0
1391 8817 40349 JANGULG LI 3" x 3" x /4" A3G/AB28-80 022 | 0.70 | 017 |0.008 [0.006| 0.25 | .08 | 0.07 |0.014 | 0.077 | 0.000 { 0.008 8 L] 0,35
12.20m 4.0T [i]
1393 8915 60348 [ANGULO LI 3" x 3" x 1/4" A36/A528-50 0.22 | 0.72 § 0,49 [0.007 | 0.015 | 0.21 | 0.07 | C.07 | 0.016 | 0.014 | 0.000 | 0.003 8 1] 0.36
12.20m 4.0T 9
1384 agt4 60349 |ANGULO L 3" x 3" % 14" A3B/A529-50 6.21 | 0.71 | 047 | 0.006 | 0.008 | 0.17 | 0.07 | 0.07 | 0.016 | 0.013 | 0.001 | .007 | 10 1] 0.34
12.20m 4.07 a
R'QEIEI‘.’DTADES MECANICAS { MECHANICAL PROPERTIES . | . i
TS % Elong / LF ¥8 P. Doblez ¥
Psl Elong kgfmm? Psl Band Test
AVG AVE AVG AVG
IANGULG LES 3" x1/a 3k 8"x 0.6 710846 333 34.9 | 49639.8 Cumple /
IADG/AB29-50 12.20m 4.0T 114" Succassfully
1391 a91? 60349 JANGULOLI3"x 3" x 144" IxIx 4 502 14158 35,1 38.7 | 52256.7 Cumpla 7
' AJB/AB2G-50 12.20m 4.0T 14" Successiully
1392 8915 60342 |ANGULO LI 3" x 3"x 144" FxI"x 4 §32.3 75HG7.8 29.5 36.8 | 524274 Gumple
A36/A520-50 12.20m 4.0T 144" Sucoassfully
1394 8914 60345 |ANGULO L1 3" x 5" x 174" I xI"x 3 48.8 71088.5 289 35.2 | 600805 Cumple /
A36/4529-60 12.20m 4.0T 174" Successfully

normas dimensionales NMX B 252; ASTM AG/ABM, cumpliendo los resultados oblenides satisfactoriamente, quadando asentades en os

Certificamos que este material ha side producido, inspeccionada y probado de acuerde a las narmas da fabricacion del acero aplicables, Y alas

Certify that this material has been produced, inspected and tested accordlng to standards applicable in steslmaking, And to the dimansional

darmage at the time of shipment. No bumps, scrapes, falds, paints and olls.

de |2 companla. El materal se encuentra libre de dafios al momento de ambarcarse. Sin golpes, raspaduras, dobleces, pintura o aeeite. / We

standards NMX B 252, ASTM AE/AGM, provided the resuits salisfactorily, leaving settled in the records of tha company. The material is free fram

FRANCISCO JAVIER VARGAS SOTO
Gerente de Aseguramienta de Calldad / Quality
Assurance Manager




