CERTIFICADO DE CALIDAD / CERTIFICATE OF TEST AND ANALYSIS No.Certiicadio / ;. - 10441 - 10479791
Certifiate Noz "+ -
Focha / Dafe; 04/10/2013
EXGELENCIA EN CALIDAD
ACE RAMOS
: o DATOS DELCLIENTE ! SELD:TO ; 3 0 CLIENTE'CONSIGNADOYSHIPTO - :. v > |DATOS DEL.EMBARQUE / SHIPPING INFORMATION
Cllente f Cuslomer: PLESA ANAHUAC Y CiAS SADECY Cliente f Custerner; Nim, Viaje / Travel No: 10441 "
Direccion / Address: AV VALLE DE LAS ALAMEDAS 66 0 SAN FRANCISCO CHILPAN Direccion / Address: Nim, Faclura / Invelce No: FQ0G9401
Ciudad 7 City: TULTITLAN Estado f State: EDO. DE MEXICO Cludad / Cliy: Estado / State: Pedido / Customer Order No: 10479761
Taléfono / Phone: 10338570 Pais / Country: MEXICO C.PZIP 54940 Nam. Plan { Shipping Plan: 11653
Corren Electrdnico / eMail: Facha Embarque / Date: 04/10/2013

: IR : R T e EOMPOSICION QUIMIGA } CHEMICAL COMPOSITION {%: PESO/ WEIGHT): 05 o v SR 5 o
Colada/ |Secuenciaf| Clave/ FProducta / Deseription of Gaods %C [%Mn| %Si | %P | %S [%Cu|%Cr] %N [%Mo|%Sn] %Ti| %V | FPM | PPM | CE
Heal Sequence Caode Nb N
ave | ave | ave | ave | ave | ave | oave |oave | ave § ave | ave | ave | ave | ave | ave
456 9112 60328  |ANGULO Li 2% x 2" x 174" A3B/AG20-50 021 | 0.78 | 0.24 | 0.004 [ 0.006 | 0.12 § 0.03 [ 0.05 | 0.012 | 0.010 [ 0.001 | 0.008 7 0 0.35
8.10m 2.0T :]
6818 58110 80328 {ANGULO LI 2°x 2" x 14" A3B/AB20-50 022 | 0.84 | 0.16 { 0.007 | 0.003 | 0.16 | 0.08 | ¢.07 | 0.014 | 0.014 | 0.000 | 0.000 a 1) 0.37
6.10m 2.0T 4
820 2102 80328 JANGULO Li 2" x 3" x 144" AJB/AS29-50 022 | 073 | 0.18 | 0.004 | 0.003] 0.13 | 0.04 | 0.06 | 0.013 | 0.012 | C.000 | 0007 | 4 0 0.35
6.10m 2.0T a
522 8108 B0328  [ANGULO LI 27 x 27 % 114" A3EfAS29-50 D21 | 071 | 0.8 | 0.006 | 0.003 ] 0.07 | 0.05 | 0.03 |0.008 | 0.005 | 0.00C | 0.007 1 1] 0.33
6.10m 2.0T L
= S “Ami 7. . PROPIEDADES MECANICAS FMECHANICAL PROPERTIES ) . . |
Golada/ |Secusncla/| Clave s T8 % Elong / LF Y$ p. Doblaz
Co Pl Elong kg/imm? ]| Band Test
AYG AVG AVG AVG
ANGULO LI 2" x 273 1447 2% 2% §2.5 74701.2 27.9 35.2 | 500805 Cumple/
A36/A520-50 8.10m 2.0T 174" Successiully
616 8110 60328 {ANGULO LI 2"x 2"x 174" 2"x 2" 2 64.6 777165 3.6 36.2 | 615458 Cumple /
|A36/A520-50 6.10m 2.0T 174" Successiully
620 2102 60328 JANGULO LI 2% x 2" x 14" 2"x2"x 4 61.0 72682.0 374 35.7 | 508954 Cumple /
IAI6/AS26-50 6.10m 2.0T 174" Suceessfully
622 8109 60328 [ANGULO LI 2°x 2" x 144" xTx 2 83.2 76753.8 243 39.0 | G6808.2 Cumple /
AI6IA529-50 8.10m 2,07 14" Successfull

Ceriiflcamos que este matarial ha sido producido, ingpecelonado v probade de asusrdo a las normas de fabricacién del acero aplicables, Y a las B

normas dimansionales NMX B 252, ASTM AG/AG6M, cumpliendo los resultados obtenidos satisfactoriamente, quedande asentados en los registros

de la compafia. El material se encuentra libre de dafios al momento de embarcarse. Sin golpes, raspaduras, dobleces, pintura o aceile. / We '{__,,._“ -
Ceriify that'this material has been produced, inspected and tested acsording ta standards applicable inv stealmaking, And o the di onal T o -
standards NMX B 252, ASTM AB/AGM, provided the rasults satisfactorily, leaving settled in the records of the company. The materlai s frea from —EE L

damage at the time of shipmant. No bumps, serapas, folds, paints and olls.

' FRANCISCO JAVIER VARGAS S50TC

_ . Gerente de Aseguramiento de Galidad / Quality
Assurance Managar
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