Acerfa Rames Arizpe i(\:lehgéntiﬁp:doi Sl 116073 - 10574682
: erificato Moy
‘ CARRETERA MONCLOVA KM 4 NUMERD 2125, CERTIFICAD( DE CALIDAD / CERTIFICATE OF TEST bl LR
| TRA AND ANALYSIS Fecha Date: -, 26/01/2014

C.P./ZIP RAMOS ARIZPE, CCAHUILA
" ’ " TeliPhone (+52) 01 818 368 1111
1 EXCELENGCIA EN CALIDAD mMx 01800021 3322, USA 1800 332 2376

QUET SHIEPING INFORMATION £

NTE;CONSIGNADO [SEHIP TG ] :
NUm. Viaja / Trave] No: 16073

B i DATOS DELC : e
Cllente / Customer: PLESA ANAHUAC Y CIAS 5A DE CV Clienta / Custamer:

Diirecclén f Address: AV VALLE DE LAS ALAMEDAS 66 0 SAN FRANCISCO CHILPAN Direcclon / Address: Nom, Factura / Invoice No: FQ12568
Ciudad/ City: TULTITLAN Estado f State: EDQ. DE MEXICO Cludad / City: Estado / State: Fadide / Customer Ordar No: 10574682
Ndm. Plan ! Shipping Plan: 17469

Teléfono / Phone: 10833570 Paia f Country. MEX|CO C.P./ZIP 84840
Corren Electrdnico / eMail: ’

Fecha Embarque / Date: 26/01/2014
Qrden de Cempra / Purchase Order: 17413

T T COMPOSICION Qulp:slc.o&.'crggmjc_:;aucomposrrmN (% PESO{ WEIGHT} : A

Colada/ | Secuenciat| Clava/ Producto / Description of Gaods %C |%Mn| %S| %P | %S |%Cuy %Cr| %N [%Mo|%Sn| %Ti | %V | FPM | PP | CE
Heat Sequance Code Nb N
Aave | ave | ave | ave | Ave | ave | Ave | Ava | AVG | Ave | AVG | AVG | AVE | AVG | AVG
2002 D647 60134 |REDCNOOD S 1 1/4" A-36 6.70m 2,07 0.14 | 067 | 015 [C.010 |0.018 | ©.17 | 0.08 | 0.07 | D16 | 0.012 | 000D 0006 | 13 4] 0.27
1 2732 10626 60244 |SOLERA 8" x 1{2" A-36 6.10m 2.0T 0.21 | 090 | 0.15 [ 0,005 | C.007 | 0.08 | 0.94 | ©.05 § 0.011}0.007; 0.008 | 0.013 | 82 a 0.37
; 2451 10349 60280 |ANGULO LI T M2"x 11/2%x 144" A-38 0.21 | 082 | 0.18 [0.008 | 0.010 | 0.10 | 0.05 | 0.05 § 0.011 | 0.007 | 0.0M0 | 0.014 | 104 1] 0.37
E - 6.10m 207 3
2318 9047 60297 |ANGULO LI 4" x4"x 1/4" A-366.10m 2.0T | 0.21 [ 0.70 | 0.19 [0.005 | 0.011 | 0.12 | .07 | 0.06 | D.014 ) 0.008 | 0.001 | 0.007
1
i LR o '-’_'FRDP|EI:!ADES) ME(QANIG__AS’.'._MEGHANICAL}P CEELTEL L |
Colada ! {Secuenclai| Clave/! | Produclo/Descripllon of Goods | Calibre / | Cantidad / RT % Elong / LF Y8 F. Doblez f ‘
Heat Saquence Diamelsr kgfmm? Pgl Elong kgfmm? P3l Band Test ‘
B ava AVE AVG VG ava
2002 9E47 60134 |REDCNDO S 1 1/4" A-38 6.10m 11/4 46.2 65783.2 231 33.7 | 479470 Cumple / ]
2 Suc
2733 10628 60244 |SOLERA B x 172" A-36 £.10m 6" x 1/2" 3 51.8 73719.8 303 385 | 42000.7 Cumple / i’ ]
2.0T Successfully !
2461 10349 60268 [JANGULO LI 1 /27 x 1 1/2°x 14" | 14/2%x1 16 493 701924 3.8 356 | 507348 Cumple /
A-36 6.10m 2.0T 172" x - Successhully
. 14"
i 2315 9947 60297 JANGULO LI 4" x 4" x 174" A-38 4" 347 % 3 50.5 710856.6 3.8 38.0 | 54120.0 Cumple /
y - 6.10m 2.07 14~ ful ;
!
1
|
i Cerlificamos que este material ha sido producido, inspecticnado y probade de acuerdo a las normas de fabricacion del acero aplicables a la ASTM .
A36-2008, A529-2005 (ro aprobada el 2008}, AG72-2012 y AB92-2011 y a las nermes dimensionales NMX B262, ASTM AG/ABM-2012. La
Infarmagsién de las prapledadss quimicas y mecanicas contenida en el presente certificado son valoras promedio obtenidos de los registros internes Nl s — e
de la compaiia, sumpllendea con la narma antes mendionada. / We certfy that this material has been preduced, Inspected and tested according to e 22 1 7223
standards applicable steelmaking to ASTM A36-2008, A529-2005 {Reapproved 2009), A672-2012 y AB82-2011, and tha dimensicnal f = =LA J;’L
b NMX B252, ASTM AG/A6M-2012. All information deseribed In tha certificate are average values 77that are based on Internal company records in i =
>, compllance with the abave rule. _ FRANCISCO JAVIER VARGAS SOTO ;
BEACERD Gerente de Aseguramisntc de Calidad / Quality :

Assurance Manager

HVLRBE




