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Aceria Ramos Arlzpe No. (f:li:iﬁcra‘:jn 1 15985 - 10576755
Gerificate No:
CARRETERA MONCLOYA KM 4 NUMERO 2125, CERTIFICADO DE CALIDAD / CERTIFICATE OF TEST |-
TRA AND ANALYSIS Fecha/ Déter - 2510172014
C.PJZIP RAMOS ARIZPE, COARUILA
. n TaliPhone {+52} 01 B18 368 1111
EXGELENCIA EN CALIDAD MX01B800021 3322, USA 1800 332 2376
< 7ipl ' DATOS DEL CLIENTE / 0L SIGNADGHEHIFTO -JoATOS DELEMBARGUEY SHIPRING INFORMATION - |

Cliente / Customer: PLESA ANAHUAC Y CIAS SADE CV

Cliente f Custemer:

Nim, Viaje / Travel No: 15885

Direccidn / Audress: AV VALLE DE LAS ALAMEDAS 56 0 SAN FRANCISCO CHILPAN

Direcclon / Address:

Niim, Factura / Invoice No: FO12620

Cludad / Clly. TULTITLAN Estado / State: EDO. DE MEXIGO

Ciudad / Clty: Estada / Stale:

Pedido / Customer Order No: 10576755

Teléfono / Phone: 10838570 Pals / Country: MEXICO CP/ZIP 54940

Corren Electronico / eMail:

NGm. Plan / Shipping Plan: 17467

Fecha Embarque / Date: 25/01/2014

Orden de Compra / Purchass Oraer: 17418

MFOSICIGN QUIMICA ] CHENICAL

Producte / Description of Goods %HC 1%Mn | %

Colada 7 ecusncla / Clava/
Heat Sequsnce Code
AVG | AVG | AVE

BT | %V | PPM
Nb

AVE | AVG | AVG | AVG | AVG | AVG | AVG | AVG | AVG | AVG

- 2228 1644 60221 |SOLERA 1" % 1/8" A-36 6.10m 2.0T 017 | 0.70 | .18

©.010 £ 0.011; 019  0.08 | 0.07 | 0.015(0.011 | 0.000 | 0006 | &

Clave
Coda

PS| Elong kg/mm? | _PSI Band Test
WG AVG AvG Ava

P. Doblez /

TS

766827 324 39.8 | 58410.0 Cumple

ly |

compliance with the above rule.

Certificamos que este materal ha sido producido, Inspeccianado y probada de acuerdo a las normas da fabricacion del acero aplicables 2 la ASTM
A38-2008, A529-2005 (re aprabada af 2009}, A572-2012 y A992-2011 y a las narmas dimenslonales NMX B252, ASTM AB/ABM-2012. La
informacién de las propledades quimicas y mecanicas contenida en el presente cartificado son valares promeio obtenidos de los registros internos
de la compaiila, cumpliendo con la nerma antes manclonada. { We certify that this matariat has been produced, inspected and tesled according fo
standards applicable steelmaking to ASTM A36-2008, A528-2005 (Reapproved 2008), A572-2012 y AS92-2011, and the dimansional standards
NMX B252, ASTM AB/ABM-2012. All Informatlon described in the cerlificate are average values ?%hat are based on intarnal company records in

FRANCISCO JAVIER VARGAS SCTO
Gerente de Aseguramiento de Calidad / Quality
Assurance Manager




