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Aceria Ramas Arizpe

C.PJZIP RAMOS ARIZFE, COAHUILA
TeliPhone (+52) 01 818 356 1111
MX 01 800 021 3322, USA 1800 332 2376

EXGELENGIA EN CALIDAD

CARRETERA MONCLOVA KM 4 NUMERD 2125,
TRA

CERTIFICADO DE CALIDAD / CERTIFICATE OF TEST
AND ANALYSIS

No. Certificado /

" | 18627 - 10574880
Ceriificate No: :

"losio2r2014

Féché | Daté:

«DATOS DEL GLIENTE SOLDITO

v CLIENTE CONSIGNADS T SHIE TO

" [pATGS DEL EMBARQUE £SHIPFING INFORMATION -

Cliente / Customer: PLESA ANAHUAC ¥ CIAS $A DECV

Cliente f Customer:

Ndra, Vigje ! Travel No: 16627

Direccidn / Address: AV VALLE DE LAS ALAMEDAS 66 0 SAN FRANCISCQ CHILPAN

Direccion / Address;

Num. Faclura f Invoica No: FQ12881

Cludad i City: TULTITLAN Estado / State: EDO. DE MEXICO

Ciudad / Clly: Estado f Stafe:

Pedido / Customer Order No: 10674880

Taléfons / Phone: 10838570 Pals / Cauntry: MEXICO C.P.{ZIF 54940

Catred Eleciranico / eMail:

Nim. Plan / Shipping Plan: 18264

Fecha Embarque / Date: 05/02/2014

COMPOSITION!(% PESO/ WEIGHT)

T

Colada ! | Secuencia/| Clave/ %S| %P | %S |%Cu|%Cr| %N |[%Mo|%SEn| %T | %V | PFM | PPM
Hazl Sequenca Coda Nb N
Ao | ave | ave | Ave | ave | ave | ave | ave | ave | ave | Ave | avG | ave | avG | ave
2038 11422 64507  |ANGULO LI 2° % 2" x 1/4" AG72-50 6.10m 021 | 0.91 | D48 |0.005 0004 | 007 | 0.02 | 0.04 | 0,008 | QOOB j 0608 | 0.015| 110 o 037
20T 0
ANGULO LI 2" x 2" x $4" AG72-50 8.10m D22 | 095 | 018 [0.005 [ 0.004 [ D10 | 0.04 | 0.04 | 0.011 | 0.007 ) 0008 | 0.015 [ 105 0 038
1]

2840 11421 B4507
' 2.07

i DES MECANICAS / MECHANICAL PROPERTIES, 7, /. U

Golada / {Secuencia/| Clave/ | Producta/ Description of Goods | Callbre/ Cantided /| RT 75 % Eleng / LF YS P. Doblez

Haeat Saquence |  Code Diameter | Bundle ftnin? PSI Elong fmm* | PSI Bend Test
AVG AVG AVG AVG AVG

2838 11422 B4507 |ANGULO LI "X 2" % 14" AST2- | % 2°x 21 52,8 | 7i0885 24 38.9 {554143| Cumple/
50 6.10m 2.0T 147 Successfully

2940 11421 64507 |ANGULOLI 2"x 2" % H4"AS72- | 2" 2°x & 53,7 764385 283 9.0 | 555281 Cumple !
50 6.10m 2.0T 1747 Successlully

Inf

da fas pr

compliance with the abave rule,

+WEEIE

Cerlificamos que esle material ha sido producide, inspaccionado y probado de acuerdo a las normas de fabricacion del acero aplicables a in ASTM
A36-2008, A529-2005 (re aprehada el 2009}, A572-2012 y AS82-2011 v a las normas dimsnsionalas NMX B252, ASTM AG/AGM-2012. La

fedad! icas y macanicas contenida an &l presente certificado son valoras promedio oblanidos de los regisiros internos
de la compaiiia, cumplienda con la norma antes mensionada. / We certify that this materfal has bsen produced, Inspected ant tesled according to
standardg applicable steelmaking to ASTM A36-2008, A529-2005 (Reapproved 2009), AS72-2012 y A992-2011, and the dimensicnal standards.
NMX B252, ASTM AS/ABM-2012. All information described in the certificate are average values 77that are basad on interal company records In
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FRANCISCO JAVIER VARGAS 50TO
Gerente de Aseguramiento da Calidad / Quality
Assurance Manager
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