Aceria Ramos Arizpe No. Certificado / 91127 - 20008544
Cetificate No:
?QL‘SS’sefpf#,f%’é%‘é"é%"&téh’??" 2125 CERTIFICADG DE CALIDAD / CERTIFICATE OF TEST
AND ANALYSIS Fecha / Dale: 24/03/2017
C.P./ZIP RAMOS ARIZPE, COAHUILA o
Tel/Phone (+52) 01 818 368 1111
EXCELENMCIA EN CALIDAD MXO01800021 3322, USA 1800 332 2376 Hecho en Mexico / Made in Mexico
L DATOS DEL CLIENTE / SOLD TO ] CLIENTE CONSIGNADO / SHIP TO DATOS DEL EMBARQUE / SHIPPING INFORMATION
}Chenlel Customer FORTACERO SA OE CV Cliente / Customer: SUCURSAL MEXICO Num. Viaje / Trave: No: 91127
i Direccion / Address: BLVD CARLOS S GKM. 88 - - Direccién / Address: AV. CEYLAN # 1042 NTE. INDUSTRIAL VALLEJO Ndm Factura f Invoice No. FQ50193
| Ciudad ¢ City. APCDACA Estado / State: N.L. Ciudad / City. CD. DE MEXICO Estado / State CIUDAD DE MEXICO | Pedido / Customer Order No- 20908544
|Talélono i Phone: 818-156-5200 Pais / Country: MEXICO C.P /ZIP 66600 Num. Plan / Shipping Plan. 7127
Correo El ico / eMail; .com Fecha Embarque / Date: 24/03/2017
L Orden de Compra / Purchase Order 4500146534
i COMPOSICION QUIMICA | CHEMICAL COMPOSITION (% PESO/ WEIGHT)
Condaf |Secuencia/| Clave/ Producta / Description af Goods %C (%M1 | %S [ %P [ %S [%Cu[%Cr | %N |%Mo]%sSn] %T | %v »pm (PPM [ CE |
Heat . Sequenca Code 1 ! Nb N H
AVG | AVG | AVG | AVG | AVG | AVG | avG | ave | ave | ave | ave | avs | ave | ave | ave i
i 22297 29698 10488 [CANAL 10" x 15.3 A36/A572-50 12.20m 022 | 081 | 0.21 [0.006 | 0005 012 | 0.08 | 0.06 | 0.015 | 0.007 | 0.071 | 0.015 12 9% ﬂ.JB_l
I 401 i
{22298 29897 10498 |CANAL 10" x 15,3 AJ6/AR72-50 12.20m 0.22 { 085 | 0.22 {0.006 [ 0.0%C | 0.12 | 0.08 | 0.05 | 0015 ] 0.007 | 0.011]0.014 15 83 2.40
i 4.0T
22299 29695 | 10498 |CANAL 10% x 156.3 A36/A572-50 12,20m 0.20 | 0.80 [ 018 [0.006 [0.006 | 0.12 | 007 | 0.06 | 0.015 | 0.007 a8 0.3¢
40T
PROPIEDADES MECANICAS / MECBANICAL PROPERTIES
Colaga/ |Secuencia /[ Clave/ | Producto / Description of Goods ] Calibre / |Canlidad / RT s % Elong / LF Ys P.Dobiezs |
Hebt [ Sequance | Code Diameter | Bundle | kg/mm? | PSI Elong | kg/mm* | PS) Bend Test ' »
AVG AVG ave AVG AVG
22297 29688 10498 |CANAL 10" x 15.3 A3B/A572-50 [10" x 15.3 2 547 77966.1 227 408 | 581437 Cumple /
12.20m 4.0T Successfully
E 22298 29697 10498 |CANAL 10° x 15.3 A36/A572-50 |10"x 16,3 5 54.8 78108.4 23.3 39.2 557958 Cumpie /
1 12.20m 4.0T S
1 22299 29693 10498 [CANAL 10" x 15.3 A38/A572-50 10" x 15,3 2 50.8 723453 305 394 56080 4 Cumple /
[ 12.20m 4.01 o + o L Successtuly |

Cerlificamos qua este maleriai ha sido producido, inspeccionado y probado de acuerde a las normas de fabricacion ael acero aplicables a la ASTM
A36-2008, A529-2005 (re aprobada el 2009). A572-2012 y A992-2011 y a las narmas dimensionales NMX 8252, ASTM AB/ABM-2012. / We canify
thal this material has been at , inspe: and tested ing ta i steelmaking to ASTM A36-2008, A528-2005
(Reapproved 2009), A572-2012 y A992-2011, and the dimensional standards NMX 8252, ASTM ABIABM-2012

FRANCISCO JAVIER VARGAS SOTO
Gerente de Asequramiento de Calidad / Quairty
Assurance Manager




