EXCELENCIA EN CALIDAD

Clients / Customer:

RIFACERE

3

Aceria Ramos Arizpe

CARRETERA MONCLOVA KM 4 NUMERO 2125
TRAMO SANTA CRUZ OQJO CALIENTE

C.P/ZIP RAMOS ARIZPE. COAHUILA
Tel/Phone (+52) 01 818 368 1111

MX 01 B0O 021 3322, USA 1800 332 2376

CERTIFICADO DE CALIDAD / CERTIFICATE OF TEST
AND ANALYSIS

A L R

T CLIENTE CONSIONADO SIIF TG 1 0|

-199230 - 21117538

14/07/2017

Hecho en México / Made in Mexico

R LRG|

Cliente / Customer: SUCURSAL MEXICO

Nim. Viaje / Travel No 99230

Oireccion / Address BLVD CARLOS S GKM. 8.8 --

Diraccion / Address: AV. CEYLAN # 1042 NTE. INDUSTRIAL VALLEJO

Num, Factura / Invoice No. FQ54676

Ciudad / City: APODACA

Estado/ Slate: N.L.

Ciudad / City: CD. DE MEXICO

Estado / State: CIUDAD DE MEXICO

Pedido / Customer Order No: 21117538

Teléfono / Phane 818-156-5200

Pais / Country: MEXICO C.P./ZIP 66600

Num. Plan / Shipping Plan: 105761

Correo 1 eMail: rfk com Facha Embarque / Dale: 14/07/2017
Orden de Compra / Purchase Order: 4500151613
¥ ¢ i . 0! LAY <5 2K
a8 St oy et TR T ol e Fidni ef \
Colada/ [Secuencia ! Producto / Description of Goods %C |%Mn|%Si| %P | %S |%Cu|%Cr| %N [%Mo[%Sn]| %Ti
Heat Sequence
AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG
24455 31558 10407 | CANAL 10" x 153 A36/A572-50 6.10m 20T | 0.21 | 080 | 0.19 {0008 0008 | 0.42 | 0.05 [ 0.05 [0.018 | 0.007 [ 0.010 | D.012| 106 99 | 037
24457 31587 10487 | CANAL 10" x 15.3 A36/A572.506.410m 20T | 0.20 | 090 | 0.20 |0.007 | 0.009 [ 0.12 | 0.05 | 0.05 ) 0.016 | 0.007 { 0.008 [ 0.012 | 111 98 0.36
T el | il
i S ! ks e fady titie il inbes i oo
! Producta / Descriplion of Goods | Calibre / [Canlided /[ RT TS LF YS$ P_Doblez
Diameter | Bundie | kg/mmé PSI kg/mm? PSI Bend Test
AVG AVG AVG AVG AVG
| 24435 31358 10497 |[CANAL 10" x 15.3 A3B/A572.50 1107 % 153 4 517 738828 29.9 374 | 532913 Cumpte /
| 6.10m 2.0T Successtully
1 24457 31557 10497 |CANAL 10" x 15.3 A36/A572-50 (10" x 15.3 14 529 75404.7 289 370 | 527363 Cumple /
L 6.10m 2.0T Successtully

Certificamos que aste material ha sido producido, inspeccionado y probado de acuerdo a las normas de fabricacion del acero aplicables a la ASTM

A36-2008, A529-2005 (re aprobada el 2009), A572-2012 y A992-2011 y a las normas dimensionales NMX B252, ASTM AB/AEM-2012./ We certify

to ASTM A36-2008, A529-2005

that this material has been p o andg tested

ing to
(Reapproved 2009), A572-2012 y A992-2011, and the dimensional standards NMX B252, ASTM ABIABM-2012
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FRANCISCO JAVIER VARGAS SOTO
Gerente de Aseguramiento de Calidad / Quality
Assurance Manager




