|

CERTIFIED MATERIAL TEST REPORT &

CUSTOMER SHIP TO CUSTOMER BILLTO _ |GRADE - SHAPE / SIZE o
GERDAU CORSA S APIDECV GERDAU CORSAS A PIDECV 992/572-50 ‘Wids Flange Beam /16 X 31#/410X 46.1
02 715 KME 1023 507.ZVP CARRETERA MEXICO CD SABAGUN s
MONTERREY,NL 64290 SN LENGTH WEIGHT HEAT { BATCH
US-ML-MIDLOTHIAN Mexico CD SAHAGUN,HGO 43990 A0 26,040 1B 59058319/02
300 WARD ROAD — Mexico : _
MIDLOTHIAN, TX 76065 SATES ORDER CUSTOMER MATERIAL N°© SPECIFICATION / DATE or REVISION
USA ! _ 570153/000330 L ASTUASTIMT
‘ AS9Z/AYS2M-11
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTM AGIAGM-I1
4501200708 1327,00D0081587 14.11,2013
CHEMICAL COMEQSITION v i ] v
, % g % % ) g o 5 % P "
0.0% 0.91 0.024 0.030 0.24 037 0.18 0.25 0.038 0.009 0.003 0.021 0.003
CHEMICAY. COMPOSITION .
AL
03
MECHANICGAL PROPERTIES 5
& LS MPa A A o
58.4 714 403 491 8000 260.0
58.4 712 402 492 8.000 200.0
MECHANICAL PROFERTIES .
Eigrs I
25.20 0.820
25.90 0.818
COMMENTS / NOTES

The ahove figures are certified chemical and physical test records as contained in the permanent records of company. This materizl, inchuding the billets, was melted and manufactured in
the USA. CMTR complies with EN 10204 3.1.
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