_ CERTIENED MATERIAL TEST REPORT

B Pago 11
CUSTOMER SHIP TO - CUSTOMER BILL 70 | GRADE SHAPE / SIZE
B |GERDAUCORSASAPIDECY ~  GERDAUCORSAS APIDECV 992157250 Wide Flange Beam /16X 31#/410 X 45.1
| P " 02715 KMB 1023 507 ZVE CARRETERA MEXICO CD SAHAGUN -
. MONTERREY, N, 64290 ' LENGTH WEIGHT HEAT / BATCH
US-ML-MIDLOTHIAN Mexic OD SAHAGUNEGO 43990 400" 76,330 LB 5905831105
300 WARD ROAD Mexico .
MIDLOTHIAN, TX 76065 SALES ORDER CUSTOMER MATERIAL N° | SPECTFICATION / DATE or REVISION
USA g SI0153/000330 ASTYASTIM-O7
: A?QWMQZM—II
CUSTOMER FURCHASE ORDER NUMBER BILL OF LADING DATE ASTM AG/ARM-1E
4501200708 1327-0000081987 14,11.2013
CHEMICAL COMPOSITION . v
; & 3 % % % o A % 2
0.09 0.84 0.017 0.027 0.23 0.39 0.15 0.1 0.034 0.012 0.002 0.021 0.003
CHEMICAT. COMPOSETTION
CE%AS
0.3
] MECHANICAL PRO?ERTIES ‘ : G
, e Mba ks &% oL
60.0 740 419 513 2000 2000
607 743 413 510 5000 200.0
MECHANICAL PROPGRTIES -
Elgne. Yrpget
24.50 0.517
24.20 0.811
COMMENTS /NGTES

The above figures are certified chemical and physical test records as contained in the permanent records of compeny. This waterial, including the biliets, was melicd and mannfactored in
the USA. CMTR complies with EN 10204 3,1.
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