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CUSTOMER SIHIP TO - CUSTOMER BILL TO GRADE - SHAPE ! SIZE
SOPORTE LOGISTICO EN DISTRIBUC GERDAU CORSA S A P DE €V 9920572-30 Wids Plange Ocam /27 X 834 /690 X 123
| 02 715 KMB 1023 507 ZVP CARRETERA MEXICO CD SAHAGUN
; _ MONTERREY,NL 64290 SN LENGTH WEIGHT HEAT/ BATCH
US-ML-PETERSBURG Mexico €D SAHAGUNHGO 43990 4000 6720 L1 50103803/06
25801 HOFHEIMER WAY Mexico
PETERSBURG. VA 23803 SALES ORDER CUSTOMER MATERIAL N SPECIFICATION / DATE or REVISION
USA ’ 272725000100 ASTHAITIMDT
AIDIAIQINL| |
CUSTOMER PURCHASE QRDER NUMBER BILL OF LADING DATE ASTM ASIAGM-1L
4500517406 1330-0000019734 16.05.2013

CHEMICAL COMPOSITION

! C Mn P 5 5 Cu i Cr Mo Sn v N al
: % % % % % kD % % % % % %
008 L2 Qo 9029 19 034 013 0.2 0022 0017 0.4 0.016 0.003

CHEMICAL COMPQOSITION
CEﬂ/\u\(]

0

MECHANICAL PROPERTIES

Y$ LTS v§ uTS o GiL
K&t K51 MPa MPa Inch mm
60.0 K7 did 515 5.000 2609
$7.0 PER 393 303 3,000 200.0

MECHAMNICAL FROPERTIES

Elong. Y/E rani
Ya Ya
23.00 4803
2650 9779
COMMENTS / NOTES

The above figures are certified chemical and physical test records as contained in U permanent records af company. This material, including the billets, was mekted and manufactured in
the LISA. We certify that these data are correct and in compliance with specified requirements. CMTR complies with EN 10204 3.1,
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