ArLS
CERTIPIED MATERIAL TEST REPORT

Bill To: Ship To;: 6 order Date:10/21/2013
FOATACERG S§.A. DE C.V. FORTACERD PO No:4500083657 GERDAU AMERISTEEL
BLVD CARLOS SALINAS DE GORTAR 14701 ATLANTA DR Mill Order No:;3945849 E Midlothian Mill
KM 8.8 LAREDC TX Load No:1405058 GERDAU AMERISTEEL 300 Ward Road
APCDACA NL 78045 us Manifest No:2099730 Midiothian, TX 76065
66600 MX (972)775-8241
SIZE GRADE LENGTH PRODUCT
SPECIFICATIONS W 6 X 164 / WLSD X 24.0 552/572-50 40 FT / 12.192 M WF BEAMS
ASTM AB-0%, A9%2-CEa, AST2-07
HEAT NO: 22600730 CHEMICAL ANALYSIS
¢ Mn B s 81 Cu Ni cr Mo sn v Al ¥b CE
.08 .90 .012  .022 .24 .31 .09 11 .p28  .609  .po2  .003 017 .28
PHYSICAL PROPERTIES
yield Strength Tengile Strength Specimern Area Elongation Bend Test ROA
KSI MPa ¥SI MEa Sq In Sq cm % Gage Length Dia. Result %
£5.1 379.8 70.8 488.1 0.405 z2.61 .23.8 5In 200 mm
55.3 381.3 71.6 433.7 0.404 2.61 24.3 gIn 200 mm

TENSILE TEST RATIOS
vLD/TENS TENS/YLD YLD/ TENS TENS/YLD
.78 1.29 .77 1.29

All manufacturing processes of this preoduct,

CMTR complies with EN 10204 3.1

“I hereby certify that the contente of this report
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Tom L. Harringteon: Quaillby surance Manager

including elect

are correct and accurate.
applicable, are in compl
regquirements."

. o=Date:0ck. 28, 2011

2011

vic arc MELTING and continuous CASTING,

All tests and cperations p
jance with the reguirements o

cecurred in the U.S.A.
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