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CUSTOMER SHIF TO CUSTOMER BILL TO GRADE SHAPE / SIZE
) SOPORTE LOGISTICO EN DISTRIBUC GERDAU CORSA S A P1DECV 99257250 Wide Flange Boam /30 X 116#/760 % 173
02 715 KMB 1023 507 ZVP CARRETERA MEXICO CD SAHAGUN
MONTERREY,NL £4290 SN LENGTRH WEIGHT HEAT / BATCH
US-ML-PETERSBURG Maxico CD SAHAGUN,HGO 43990 40'00" _ 9,280 1B | 60105488/04
25501 HOFHEIMER WAY Mexico ,
: PETERSBURG, VA 23803 JALES ORDER CUSTOMER MATERIAL N° SPECTFICATION / DATE or REVISION
: USA 485877000110 ASTHASTZM-07
; ABFUAGHIM-11,
! CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTM AG/ASM-11
: 4500986350 1330-G000024836 16.08.2013
CHEMICAL COMPOSITION
[ Mn ? 5 s Cu N o Mo Sn v Nb Al
% % % % % % % % % % % % %
0.09 14 0.013 0031 0.26 032 0.14 0.12 0041 0.020 0,002 Qg 0,003
: | cHEMICAL COMPOSITTON
! 0.4
MECHANICAL PROFERTIES
s uTs Y3 uTs G/L GfL
KS KSI MPa MP2 Inch nun
574 Tha 396 513 8900 2000
595 769 410 530 8.000 260.0
MECHANICAL FROPERTIES
Eipg. Y/T rati
% %
2110 .77t
25.4D 0.774
COMMENTS / NGTES
The above figures ate ceitified chemical and physical test records as ined in the per t records of company. This material, includiog the billets, was melied and manvfactured in

the USA. CMTR complies with EN 10204 3.1.
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