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T o CUSTOMER SHIPTO CUSTOMER BILL TO | GrRADE SHAPE/ SIZE
‘ Ga GER Aw JGERDAU CORSA S AP1DECV GERDAU CORSAS A P1DE CV A3GMIW/AST2-50 Angle f6XAX518 -
B LD Tl B B ¥ 58 1oy RENAULT ESTACION BB22 8585 CARRETERA MEXICO CD SAHAGUN
' CIUDAD DE FRAY SN | LENGTH 1 WEIGHT 1 HEAT f BATCH
US-ML-CARTERSVILLE { BERNARDINO,HGO 43990 CD SAHAGUNHGO 43990 40'00" 39,360 LB ] 55027108/02
384 OLD GRASSDALE ROAD NE Mexico Mezxico : :
CARTERSVILLE. GA 30121 | sA1ES ORDER CUSTOMFR MATERIAL N° SPECIFICATION / DATE or REVISION
USA ’ 351406/000020 | 1-AsT™M ASIASM-11
2-A36/ASEM-08
CUSTOMER PURCHASE ORDER NUMBER | BILL OF LADING DATE 3-CSA G40.21-04 (R2009)
4500737887 1323-0000007405 | 29.06.2013 | A
CHEMICAL CGOMPOSITION
[ Win P kY Si Cu Ni Cr Mo v Nb N Py
% % % % ki) % E % G % % % %
0.15 .90 0.008 (026 .21 0.27 .09 0.04 0.028 0.016 0.062 0.0100 0.0070
CHEMICAL COMPOSITION
) 5
%
012
| MECHANICAL PROPERTIES
Elong, G UTS UTs Y3 0.2% Y3
% Inch P81 MPa P51 MPa
21.20 £.000 74000 510 52200 364
2130 8.000 73300 505 5270 363
COMMENTS / NOTES

The above figures are certified chemical and physical test records as contained in the permanent records of company. This material, including the biliets, was melted and manufactored in
the USA. CMTR complies with EN 102064 3.1.
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