
Bill To: Chip Tor 6 Order Date:11/03/2010 CERTIFIED MATE- TEST ~ P O R T '  
FORTACERO S-A. DE C.V. FORTACERO PO No:4500072736 GERDAD 2umRISTEEL 
BLVD CARLOS SALINAS DE GORTAR 14701 ATLAPlTA DR Mil1 Order No:3804257 Midlothian Mil1 
EíN 8.8. LAREDO TX Load No:1341447 . 300 Ward Road 
APODACA NL 78045 us Manifest N0:2039131 dgG~~wuruirnEl Midlothian, TX 7 6065 
66600 MX (972) 775-8241 

SIZE GRADE LENGTH PRODUCT 
U 21 x 93# / "530 X 138 992/572-50 4 0  FT / 12.192 M WF BEAMS 

SPECIFICATIONS 
ASTM Á6-09, A992-Oca, A572-07 

HEAT NO: 22570370 CKEMICAL ANALYSIS 

C Mn P Si Cu Ni Cr Mo Sn V Al Nb CE S 

. O8 .96 -023. .O28 - 2 2  27 .O8 16 .O25 .O10 .O02 .O03 .O18 - 3  

PHYSICAL PROPERTIES 

Tensile Strength Specimen Area Elongation Yield Strength 
KSI MPa Sq In sq cm % Gaqe Lenqth KSI MPa 
71.4 492.3 1.314 8.48 25-1 8 In 200 mm 53.6 369.6 

52.0 358.5 70.8 488 -1 1.328 8.57 26.2 81x1 2 0 0 m  

TENSILE TEST RATIOS 

YLD/TENS YLD/TENS 

- 7 4  -75 

Bend Test 
D í a .  Result 

Al.1 iuanufacturing pfocesses of t h i s  product, including eiectric arc L(LLT1NG and continuous CASTING, occurred in the u.s.A. 
CMTR complies with EN 10204 3-1 

"1 hereby certify t ha t  the contents of t h i s  report  are correct and accuate.  A l 1  t e s t s  and operations perfomed by t h i s  
material manuiacturer or itg sub-coítractors, d e n  applicable, are in cmpliance w i t h  the requirements 0t the material 
specifications and appldcable purchaser designated requitements." 

A , . ,  Date:Nov. 1.8, 2010 Signed: Date: 
gton: Quality&3surance Manager Ñotary Public [ ~ r  applicable) 

Paqe: 2 of 2 


