. . CERTIFIED MATERIAL TEST REPORT
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GEBAU FORTACEROS ADECV FORTACERO $A DE CV |20 WEBEA
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MIDLOTHIAN, TX 76065 ALES ORDER ‘ I SPECIFICATION / DATE or REVISION
Us ALO ? 203881/000040 : ) ASTUASITIMGT
: ASS2/AD9RM-11 } .
CUSTOMERPURCHASE ORDERNUMBER L BILL OF LADING - DATE ASTMAGAGMAL .= 4.
| 4500096017 oxis . LT 1327-0000035857 o 27122012 y .
CHEMICAL COMPOSITION - S
C Mn P S “Si Cu Ni G Mo Sn . v
% % % % % % % % % % %
0.10 0.96 0.014 0.034 0.23 033 0,12 Q.18 0.034 0.010 0.002
CHEMICAL COMPOSITION . -
CE$¢A6 .
03
MECHANICAL PROPERTIES
YS urs YS UTs G GL
XS XSt MPa MPa Inch - . mm
579 76.1 399 524 8.000 200.0
575 773 396 333 £.000 200.0
MECHANICAL PROPERTIES
HEong.
%
22.40
23.50
COMMENTS / NOTES

The above figures are certified chemical and physical test records as contained in the permanent records of company. This material, mcludmg the billets, was melt:
the USA. We certify that these data are correct and in compliance with sPec:ficd requirements, CMIR complies with EN'10204 3.1.
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