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CUSTUMER SHIP TO CUSTOMER BIELL TO GRADE SHAFE / SIZE
SOPORTE LOGISTICO EN DISTRIBUC GERDAU CORSA S AP 1DE CV TS0 Wide Fiange Beam /8.3 2441 /200 X 35.9
02 715 KMB 1023 507 ZVP CARRETFRA MEXICO CD SAHAGUN
MONTERREY NL 64290 SN LENGTH WEIGHT HEAT [ RATCH
US-ME-MIDLOTHIAN Meaico CD SAHAGUIHGO 43990 4000° 30,720 LB 39054441024
300 WARD ROAD Mexico ”
MIDLOTHIAN, TX 76 SALES ORDER SPECEICATION / DATE or REVISION
USA ? 065 330806/000380 AST2IASTIMGT
ASU2/AB92M-11
CUSTOMER PURCHASE ORDER NUMBER, BILL OF LADING DATE ASTM AbiASM-11
4500629066 1327-0000049937 08.04.2013
CHEMICAL COMPOSITION
C M P S S Cu Ni Cr Mo Sn v Nb Al
% k) % % % % % % % % % % %
0.09 0.85 0008 0.024 021 029 012 0.11 1033 0.009 o002 0,014 0.003
CHEMICAL COMPOSITION
CEE’AG
1.3
MECHANICAL PROPERTIES
¥8 urs Y§ uUrs G G
K§t Ky NP MPa Inch o
521 794 k) 347 B8.060 2000
524 79.3 360 S47 2,000 200.0
MECHANICAL PROPERTIES
Elong. /T gt
% %
2530 0.660
2480 5669
COMMENTS / NOTES

The sbove figures are certified chemical and ply
the USA. We cestéfy that these data are comecy
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ysical test records as conteined in the permanent records of company. This material, including the billets,
and in compliance with spacified requirements. CMTR complies with EN 10204 3.1.
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was melted and manufactnred in
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