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; PR CUSTOMER SHIP TO CUSTOMER BILL 70 GRADE SHAPE / SIZE
‘ = i 1
' G E R DAU GERDAU CORSASAPISADECY  GERDAU CORSA S A P1DECV A992/AST2-50 Wide Flange Beam /10X 22#/250 X 32.7
16 603 717 ZVP CARRETERA MEXICO CD SAHAGUN
GENERAL ESCOBEDO,NL 64000 SN LENGTH WEIGHT HEAT / BATCH
US-ML-MIDLOTHIAN Mexico CD SAHAGUN,HGO 43990 40'00" 91,520 LB 58018160/02
300 WARD ROAD Mexico
MIDLOTHIAN, TX 76065 SALES CRDER CUSTOMER MATERIAL N° SPECIFICATION / DATE or REVISION
USA ? 1373641/000040 ASTUASTZM-07
ADDASOIM-11
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTMGABAENETL
4502792563 1327-0000130739 27.10.2014
CHEMICAL COMPOSTTION i , v
; I & 3 5 G B g 3 %, wp 8
0.10 0.87 0.014 0.037 0.21 0.29 0.18 0.22 0.074 0.007 0.002 0.012 0.003
CHEMICAL COMPOSITION
CEgyA6
]
0.3
MECHANICAL PROPERTIES 3 Y/T rati G
Y& MPa 4 5 b
53.9 75.0 3 517 0.719 3.000
53.2 4. 367 512 0.716 $.000
MECHANICAL PROPERTIES
G/L Elg}xg.
pudifsl o
200.0 21.80
200.0 24.20
COMMENTS / NOTES

M\ -~ BHASKAR YALAMANCHILL
2 AR

The above figures are certified chemical and physical test records as contained in the permanent records of company. We certify that these data are corréct and in compliance with
specified requirements. This material, including the billes, was melted and manufactured in the USA. CMTR complies with EN 10204 3.1.
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