CERTIFIED MATERIAL TEST REPGRT
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S . .. |cusTOMER sHIP TO CUSTOMER BILL TO GRADE SIIAPE / SIZE
Gg GERD AU SOPORTE LOGISTICO EN DISTRIBUC GERDAU CORSAS A P 1DE CV 98257250 Wide Flange Beam /10 X 49% /250 X 73
el R RN 05 115 KB 1023 307 ZvP CARRETERA MEXICO CD SAHAGUN
i MONTERREYNL 64290 SN LENGTH WEIGHT HEAT / BATCH
US-ML-MIDLOTHIAN Mexico CD SAHAGUNM.HGO 43990 40'00" 113,680 LB 59055289/02
300 WARD ROAD Mesdco
MIDLOTHIAN, TX 76065 SALES ORDER SPECIFICATION / DATE or REVISION
USA ’ ’ 340472/600020 ASTHASTIM-07
A992/A992M-11
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTMAG/ASM-11
4500659109 1327-0000051804 21.04.2013
CHEMICAL COMPOSITION
C Ma P 5 -8 Cu Ni Cr Mo Sn V4 Nb Al
Y Y% % % k) Yo Y% % % Y% Ya % %
0.07 (.92 0.012 0.028 0.24 0.34 0.15 .14 0.037 0011 0.002 9.017 0.003
CHEMICAL COMPOSITION
CE%AG
‘0.3
MECHANICAL PROPERTTRES )
¥S Uis YS UTS G/L Gil.
- KEI K81 MPa MPa Tnek mm,
551 70.9 366 43¢ 8.000 200.0
53.5 £9.5 36% 480 3.000 200.0
MECHANICAL PROPERTIES
Elong. Y/T rati
% %
24.50 0.755
24.40 0.764
COMMENTS / NOTES

The above figures are certified chemical and
© the USA_ We certify that these data are corre
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physical test records as contained in the permanent records of company. This material, including the billsts, wes melted and manufactused in
ct and in compliance with specified requirements. CMTR cormplies with EN 10204 3.1
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