CERTIFIED MATERIAL TEST REPORT

| b .. |CUSTOMER SHIFTO . CUSTOMER BILL TO GRADE
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b E I |02 715 KMB 1023 507 ZVP CARRETERA MEXICO CD SAHAGUN : S
T MONTERREY,NL 64290 SN . : LENGTH HEAT / BATCH
US-ML-MIDLOTHIAN Mexico ! CD SAHAGUN,HGO 43990 400" 50055289702
300 WARD ROAD : Mexico — . '
BSA 340472/000020 ASTHASTIMA7 .
AYYHA9IM-11
CUSTOMER PURCHASE ORIJER NUMBER BILL OF LADING - DATE ASTM AS/ABM:11
4500659109 1327-0000051 804 21.04.2013
CHEMICAL COMPOSITION
C Mn P 8 8i Cu Ni Cr Mo Sn v Al
% % % % % % % % % % % %
007 0.92 0012 - 0.028 0.24 034 0.15 914 0.037 0.011 0.002 0.003
CHEMICAL COMPOSITION
CE&ZAG
0.3
MECHANICAL PROPERTIES
vs TS Y5 UTS GiL, oL
KSI KSI MPa MPa Inoh Ty
53.1 09 - 366 489 8.000 2000
53.5 58.5 369 480 2.000 2000
MECHANICAL PROPERTIES
Elong. YT rati
) 8
24,90 0.755
24,40 0.764 )
COMMENTS / NOTES

The above figures are certified chemical and physical test rec

the USA. We certify that these data are comrect and in compliance with specified requirements. CMTR complies with EN 10204 3.1
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ords as contained in the permanent records of company. This material, ineluding the billets, was melted and manufactured in
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