CERTIFIED MATERIAL TEST REPORT
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Ga G ERB AU SOPORTE LOGISTICO EN DISTRIBUC' GERDAU CORSA S AP IDE CV 992/512-50 Wide Plange 10K 49#/250% 73
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CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTM AGIAGN-LL
4500674674 1327-0000051806 21.04.2013
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MECHANICAL PROPERTIES : '
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53.6 72.0 495 $.000 200.0
34.6 76.9 439 3.000 2000
MECHANICAL PROPERTIES
Elong. Y/T rati
% %
26.10 0.758
23.80 0.756
COMMENTS / NOTES

The above figures are certified cherical and physical test records as contained in the permanent records of company. This material, including the billets, was melted and manufacmred in
the USA. We certify thut these data are comect and in compliance with specified requirements. CMTR, complies with EN 10204 3.1.
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