CERTIFIED MATERIAL TEST REPORT Page 1/1
L CUSTOMER SHIP TO CUSTOMER BILL TO GRADE SHAPE/ SIZE
Gr) GERDAU TRANSPORTES Y SERVICIOS INTEGR ACEROMEX GRUPO INDUSTRIAL S A | $92/572:50 WEBEAM SHAPE.1/21 X 448 / 530X 66
: ; ZVP 03-70394 COL LINDA. VISTA 103 ;
CARMENNL 66550 GUADALUPENE, 67230 LENGTH | WEMGHT HEAT / BATCH
US-ML-MIDLOTHIAN Mexico Mexico 4000" T0400 LB 581072904
300 WARD ROAD S - —
MIDLOTHIAN, TX 76065 SALES WRDER SPECIFICATION / DATE or REVISION
Usa - ’ H530G/000030 ASTHASTIM-0T
AQSAUASIIMY
CUSTOMER PURCHASE ORDER WUUMBER BILL OF LADING DATE. ASTML AGIAGM-]
4500067719 1327-0000010712 30.06.2012
CHEMICAL COMPOSITION
< Mz B 3 Si Ca Mi Cr Mo Sn v b Al
% % Yo % % % % % % % % % %
9,07 0.4 0.015 0.042 028 0.26 907 .12 0.026 0.008 0.002 0.021 0.003
CHEMICAL COMPOSITION
Crguas
93
MECHANICAL PROPERTIES
: urs 15 uUTs GiL GiL
Kst XSl MPa MPa Inch min
524 To.0 377 496 00 2000
547 20 362 435 £00 2000
MECHANICAL PROPERTIES
Bl I poti
% %
2340 0.760
25.10 0,149
COMMENTS/ NOTES

The above figures are certified chemical and physical test records s contained in the permarent records of company, This material, including the billets, was melted and manufactured in
the USA. We certify that these data are comrect 2nd in compliance with specified requirements. CMTR complies with EN 10204 3.1,
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