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CERTIFIED MATERIAL TEST REPORT Pagelfl
CUSTOMER SHIP TO CUSTOMER BILLTO GRADE SHAPE / SIZE '
Ga G E RDAU FORTACERO SA DE CV FORTACERO SA DE CV WU2-50 Wide Flange Beam /12 X 534 /310 X 79
14701 ATLANTA DRIVE BLVD CARLOS SALINAS DE GOTIARE
’ LAREDO,TX 78045-7976 APODACA,NL 66500 LENGTH WEIGHT HEAT / BATCH
US-ML-MIDLOTHIAN USA Mexico 000" 16,060 LB $9057096/04
300 WARD ROAD :
MIDLOTHIAN, TX 76065 SALES ORDER CUSTOMER MATERIAL N° SPECIFICATION / DATE or REVISION
USA 487655/000020 ASTZASTIMGT
3 AQIUASIM-11
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTM ASTAEM-11
4500102946 1327-0000059656 20.08.2013
THEMICAL COMPOSITION .
Y Ma 4 s S Cu Hi Cr Mo Sn v Ny Al
% % % % % L) % % % % % % &
D.09 085 003 0025 025 031 034 0.19 0.034 0.008 0002 0.014 0003
CHEMICAL COMPOSITION
%AS
03
MECHANICAEL PROFERTIES
Ts UTs Y$ s GL G
K81 KSt MPs MPs Inch mm
521 s 368 450 8000 200.0
534 87 360 486 8000 2000
{ MECHANICAL FROPERTIES
Eong. YIT sati
% %
5350 0.748
25.20 0.357
COMMENTS { ROTES

The abave figures are certified chemical and physical test records as contained in the permanent records of compeny, This materfal, includiag the biliets, was meltad ind manufactured in
the USA. CMTR complies with EN 10204 3.1.

fhastoy

BHASKAR YALAMANCHTLI
QUALITY DIRECTOR

Qowt Mot

TOM BARRINOTON
QUALITY ASSURANCE MGR.




