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) o : CUSTOMER SHIP TO GUSTOMER BILL 1O GRADE SHAPE / S1Z8
G ER Au TRANSPORTES Y SERVICIOS INTEGR ACEROMEX ORUPO INDUSTRIAL 54 | P20 1230 Wide Fiangs Beam /16 XTI /410X 114
. ZVP 03 70% 94 SN b
CARMEN,NL 66350 COLLINDA VISTA 103 LENGTH WEIGHT HEAT J BATCH
US-ML-MIDLOTHIAN Mexico GUADALUPENL 67130 400" 1546018 SROLS222/08
300 WARD ROAD Megice
MIDLOTHIAN, TX 76065 SALES GRDER CUSTOMER MATERIAL W SPECIFICATION § DATE or REVISION
USA ? 4953444000120 ASTHASTIMAGT
: APIMATIIM-)
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTM AGAGH-1)
4500086240 1327-0000071697 05.00.2013
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MECHANICAL PRUPERTIES
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COMMENTS { NOTES

"The ahove figures ate cantificd chomical and physical test reconds as contained in the permanent records of tompany. This material, incinding the billets, was melted aud manedactured I
he USA. CMTR compliss with EN 10205 3.1,

M 2 BHASKAR YALAMANCHILS
% GUALSTY BIRECTOR

Bownt o

TOM HARRINGTON
QUALITY ASSURANCE MGR



