S , CERTIFIED MATERIAL TEST REPORT Fage 1/1
) . o | CcYSTOMER SHIP TO CUSTOMER BILLTO GRADE SHUAPE / SIZE .
G 33 GERDA@ | GERDAU CORSASAPIDECV ~ GERDAUCORSAS APIDE CV 9257250 Wide Flange Beam /18 X 354 /460 X 52
Bkt 0 M O BP0 R W | £ RENAULT ESTACION HB22 8385 CARRETERA MEXICO CD SAHAGUN
. | CIUDAD DE FRAY SN LENGTH WEIGHT HEAT/ BATCH
US-ML-MIDLOTHIAN BERNARDINO,HGO 43590 CD SABAGUNHGO 43990 40'00" 1400 LB 39055805/03
300 WARD ROAD Mexico Mexico . ) | \
MIDLOTHIAN, TX 76065 SALES ORDER CUSTOMER MATERIAT N2 SPECIFICATION / DATE or REVISION
USA ’ 378457/000460 1 AST21ASTIM07
A992/ADOIM-11
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE { ASTM AG/ASM-11
4500737381 1327-0000059268 14.06.2013
CHEMICAL COMPOSITION
C Mn P $ 3 . Cu N Cr Mo Sn v Ni Al
% % D % % % % % % % % % %
0.09 (.99 0.010 0.635 0.32 0.30 0.15 (.15 0.035 0.09_8 0,002 0.019 0004
CHEMICAL COMPOSITION
CEguas
- 03
MECHANICAL PROPERTEES )
YS © UTS Ys urs GiL G/L
K31 KSI MPa MPa Inch mm
393 75.7 405 528 2.000 200.0
58.7 6.6 408, . 522 8.000 200.0
| MECHANICAL PROPERTIES
Elong. Y/ pati
% C
2540 0.766
24.00 0,783
COMMENTS / NOTES

The above fignres are certified chemical 2nd physical test records as contained i the permanent records of company. This matesial, including the billets, was melted and manufactired in
the USA. We certify that these data are correct apd in compliance with specified requiraments. CMTR complies with EN 10204 3.1.
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