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CUSTOMER SHI® TO CUSTOMER BILL TO GRADE - SHAPE/ SIZE
GERDAUCORSASAPIDECV ~ GERDAUCORSASAPIDECY P70 Wide Flange Bean /16 X 314 /410X 46.1
02 715 KMB 1023 507.ZVP CARRETERA MEXICO CD SARAGUN - -

S ) \ MONTERREY, NL 64290 8N LENGTH WEIGHT HEAT /BATCH
US-ML-MIDLOTHIAN Mexico €D SAHAGUN,HGO 43990 000" | 26,040LB 59058319/02
300 WARD ROAD : Mexico _

MIDLOTEIAN., TX 76065 SALES ORDER CUSTOMER MATFRIAL N° SPECIFICATION / DATE or REVISION
USA y 570153/000330 : ‘ ASTZAST2M-0T
AQUZ/AYOIM-11
CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTM AG/AGM-11
{ 4301200708 ‘ -| 1327-0000081987 14.11.2013
CHEMICAL COMPDSIII(‘)N .
A s % % . L % % ]
0.09 0.91 0.024 0.030 0.24 0. 0.18 0.25 0.038 0,009 0.003 0.021 0.003
CHEMICAL COMPOSITION i
CE%AS
0.3
MECHANICAL PROFPERTIES
A A T3
Ry ME 3 g% ST
58.4 14 403 491 £.000 200.0
58.4 71.2 402 492 £.000 2000
MECHANICAL PRROPERTIES ¥ ,
EI%Jg. f];,amn
2520 0.820
25.90 0.818
COMMENTS  NOTES

The above figures are cartified chemical and physieal test records as contained in the permanent records of company. This material, including the billets, was melied and mannfactured in
the USA. CMTR complies with EN 10204 3.1.
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