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CUSTOMER SHIPTQ CUSTOMER BILL TO GRADE ' SHAPE  SIZE R
: FORTACERD 5A DE CV FORTACERO SA DE CV 992/572-50 . Wide Flange Beam /24 X 68#/610 X 101 -
14701 ATLANTA DRIVE BLVD CARLOS SALINAS DE GOTIARI
] LAREDO,TX T8045-7976 APODACA,NL 66600 LENGTH WEIGHT HEAT / BATCH
; USA Mexico 4000" 21,760 LB 59058540/02

N, TX 76065 SALES ORDER ' CUSTOMER MATERIAL N SPECIFICATION / DATE or REVISION

G14082/000180 ASTHASTIM-07
; . CAYIZIALIIM-1T
i PURCHASE ORDER NUMBER BILL OF LADING DATE ASTM AGIAGM-11
1327-0000084215 03.12.2013
’ IMPOSITION .
i : M v ]
L3 % 3 % 53 B % % i % W %

‘ 0.84 0.029 6.032 0.21 0.40 0.17 0.23 0.036 0.013 0.002 0.021 0.002
i IMPOSITION
|
|
\ . PROPERTIES UTS ;
s ' : 735" 393 509 £.000 200.0
I YA . 73.8 384 507 8.000 200.0 ‘
! 1
5 FROPERTIES ]

%g. ) Y/&mu .

3.80 0.772

1130 0.758

I0TES

The above figures are centified chemical and physical test records as contained in the permanent records of company. This material, including the billets, was melted and manufactored in :
the USA. CMTR camplies with EN 10204 3.1. | :
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