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s - o CUSTOMER SHIP TO CUSTOMER BILL TO GRADE SHAPE / SIZE
Gg GE RB AU SOPORTE LOGISTICO EN DISTRIBUC GERDAU CORSA S A PIDE CV 99257250 Wide Flangs Beam /24 X 104 /610 X 155
d | B R0 BT RN 5 715 KMB 1023 507 ZVP CARRETERA MEXICO CD SAHAGUN
MONTERREY,NL 64290 SN LENGTH WEIGHT HEAT/ BATCH
1JS-ML-PETERSBURG Mexico €D SAHAGUN,BGO 43990 4000 16,640 LB 60103815/08
25801 HOFHEIMER WAY Mexico
PETERSBURG, VA 23803 SALES ORDER SPECIFICATICN / DATE or REVISION
USA ? 272725/000080 ASTUASTOMAT
AGI2/AGIIM-11
CUSTOMER PURCHASE ORDER NUMEER BILL OF LADING DATE ASTM AS/ASM-11
4500537406 1330-0000018603 28.04.2013
CHEMICAL COMPOSITION
4 Mn P S Si Cu Ni Ce Mo Sn v Nk Al
% % % % % % % % % % % % %
0.09 1.13 0.013 0.032 020 0.31 030 0.12 0,017 0.014 ﬂﬂ. 0.016 0000
CHEMICAL COMPOSITION
Cﬁa}’u\ﬁ
0.3
MECHANICAL PROPERTIES
Y5 uTs Y3 TS G/L Gl
KsI KST Mi*a MPa Inek om
554 727 38z S0 8.000 2000
34.9 723 370 $99 B8.000 200.0
MECHANICAL PROPERTIES
Elong. X/T rati
% %
2540 0.762
25.70 0.759
COMMENTS / NOTES

The above figures are centified chemical and physical test records as contained in the permanent records of company. This material, including the billets, was melted and magufactured in
the USA. We certify that these data ara correct atd in compliance with specified requirements, CMTR complies with BN 10204 3.1.
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