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CUSTOMER SHIP TO CUSTOMER BILL'TD - GRADE SHAPE / SIZE
SOPORTE LOGISTICO EN DISTRIBUC GERDAU CORSA S APIDE CV 592/572-50 Wide Flange Beam /24 X 162# / 610 X 241
02 715 XMB 1023 507 ZVP CARRETERA MEXICO €D SAHAGUN
T MONTERREY,NL 64260 SN : LENGTH WEIGHT HEAT / BATCH
US-ML-PETERSBURG Mexico CD SAHAGUN,HGO 43950 400" 6,480 LB 1 60103843/09
25801 HOFHEIMER WAY Mexico
PETERSBURG. VA 23803 SALES ORDER CUSTOMER MATERIAL N SPECIFICATION / DATE or REVISION
USA ? 272725/000090 ASTAASTIMAT
AGOZASIZM-11
| CUSTOMER PURCHASE ORDER NUMBER BILL OF LADING DATE ASTM AG/AGM-11
4500517406 1330-0000018945 02052013
CHEMICAL.COMPOSTTION
C Mn P S 8 Cu M r Mo Sn v Nh Al
% % % % % % % % % % 3 ] %
0.07 1.16 0.011 0.02% 0.19 028 013 Q.11 0,028 0.014 D001 0017 0.001
CHEMICAL COMPOSITION
CBgsAS
03
MECHANICAL PROPERTIES
YS uIs S urs Gl G
Bsy KSI MPa MPa Toch mm
524 . . 718 361 . 498 8000 2000
529 725 365 500 B4 200.0
MECHBANICAL PROPERTIES
Elonp, YT
% %
2530 9,729
2630 $9.730
COMMENTS / NOTES

The above figures are certified chemical and physical test records as contained in the permanent records of company. This material, including the billets, was mehed and manufactired in
she USA. We certify that these data are correct and in compliance with specified requirements. CMTR complies with EM 10204 3.1.
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