Contract No.

MILL TEST CERTIFICATE

HYU

NDAI

Customer DUFERCO STEEL

L/C No. HeadOffice |1y oonoveo-0on0, Dong-ou, aneon,

P/0 No. 32201207CF02 Certificate No. IH20120901288 — 9

Commaodity H-BEAM Class Cert. No.

Specification cgigzﬂo/\?v%/ AS72 G50/A992/ Date of Issue 5012-09-11
o . - — Pieces= — Chemical Composition (%) . Tensile Test T impact Test(_v-—notch) T Rejrks B
gnf::;ss Heat No. Weights C | Si|Mn ‘P .S %IJ '\écr) Cl Nb | Sn |ce™ ;{?Q:g?h Yield point E‘!orngation(2) FY(i:tlig AVG 1 2 3 [Impact Specimen Size)

(kq) X100 X1000 | X100 X1000 X100 N/mm? % () C

10,00 11 E161769 | o a0 29 17 62794 1] %5 Ss5.5  éo0q| a0 073

10,00 F1 E161770 | 5101 1§ 19 59 28 9 % s05.0, serd  srol ord

10,00 £7 E161321 |y 7] 19 17 69 29 17 g a0~ 250 070

10,00 £7 E161783 | 170 17 14 %9 22 9 o w09 20 07s

10,00 F1 E101754 | 51700 7 19 %4 27 19 35 aite 60 077

10,00 F1 F161755 | goe 2 14 84 27 7 % dod 539 o7

40,00 FT No1031s | a7 18 17 7] 3| 17 * a01 254 o4

10,00 F7 N 016334 | g gigl 19 17104 28 17 545  soo| 50 073

10,00 £ NOIT052 | 4457 18] 16 &7) 28 19 % ssas oo o6.0 075

SUB TOTAL 1 07,2)216 =

(Note) (1) Ceq: (CE=C+Mn/6+Cr/5+V/50+Mo/5+Ni/15+Cu/15)

(2) Gauge-length : 200 mm

(3) Yield Ratio = YP/TS

. S . Shim

General Manager of Q.A Team

WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE
ABOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ABOVE ORDER
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