Contract No. I TEST C HYunDHI

MILL TEST CERTIFICATE STEEL

L/C No. Head Office sy T e Song, Dong-gu, Incheon,

P/O No. 32201207CF02 Certificate No. IH20120901288 - 17

Commodity H-BEAM - Class Cert. No.

Specification Céi-snf\iﬂoe\?e/ AS72 GS0/A992/ Date of Issue 20120911
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(Note) (1) Ceq: (CE=C+Mn/6+Cr/5+V/50+Mo/5+Ni/15+Cu/15)

2) Gauge..levngAth 1 200-mm

(3) Yield Ratio = YP/TS

K. S . Shim

General Manager of Q.A Team

WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE
ABOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ABOVE ORDER
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