H-BEAM

Contract No.

Customer HYUNDAI CORPORATION
L/C No.

P/O No. 32201601C11P
Commodity

Specification

ASTM A572 G50/A992/CSA G
40.21-13 50WM(345WM)

EN 10204(2004) TYPE 3.1

INSPECTION CERTIFICATE

* HYUNDAI
STEEL

Head Office

6363, Donghaean-ro, Nam-gu,
Pohang,790-707, S. Korea

Certificate No.

IH20160201445 - 1

Class Cert. No.

Date of Issue

2016-02-13

Conditions of supply : As Rolled
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(Note) (1) Ceq: (CE=C+Mn/6+Cr/5+V/5+Mo/5+Ni/15+Cu/15) (2) Gauge length : 200 mm (3) Yield Ratio = YP/TS
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General Manager of Q.A Team

HMS | 102(A)-3a

WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE
ABOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ABOVE ORDER
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