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P.O.BOX 1228 ® BLYTHEVILLEAR 72318 Al shapss produced by Nucor-Yamalo Steel are cast
INVOICE NO. 302382 and rolisd to s fully killed and fine grain practice.
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I'| 2367 KILLAM INDUSTRIAL PARK 2 ASTM AT09/AT09M-07 GR30 (345)
CUSTORER NO, SETTES P| PINAL DESTINATION - MONTERREY, MX of ASTM A709/A709%-07 GRS0S (3458)
LAREDO, TX 78045 Cl asti a6/aeH-07
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- 65.0] 13335702 .79 56000 71000( 27 .08fr.10{ .020]|.026] .27| .29 .1 .12| .03| .00|.020| .32
.79 560000 71000| 26 01| .17
10 x 97.0 38 490| 27
12.192 M- 38 490 26
- 65.0] 12335703 .79 56000 71000 251 - L0711.10) .021).0250 .24] .28] .09 .13] .03 .00|.019f .30
.83[ 59000| 71000| 26 01 .16
W3l0 x 97.0 38 490 25
12.192 M 407 450 26
- 65.0 6[335704] .77 55000 71000 26 L0711.01) .017].022] .21 .29 .0% .14} .03F .00].018) .30
.BO| 57000 71000 25 L0l .13
310 x 97.0 37 490 26
12.192 M 393 490 25
- 65.0 6(33570% .79 56000 71000 27 L07(1.01| .015].021( .237 .29 .09 .11] .03[ .00|,019| .30
.80( 57000 71000 26 01 .18
310 % 97.0 384 490 27
12.192 M 393 490 26
- 65.0] 18|335707 .81 56000 63000 26 L0711.04] ,015|.026] .22] .28] .09 .09 .03f .01).018] .29
79| 550000 10000} 286 01,14
310 x 97.0 386 476 26
12,192 M 379 483 25
- 65.0] 201335708 .78| 570000 73000{ 26 L07|1.10] .019{.021] .24| .26] .09 .11] .03] .00).019| .30
40 .81 60000 79000] 26 .01 .18
W3l0 x 97.0 393 503 26
12,192 M 414 510] 26
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ELONGATION BASED ON 8.00 INCH GAUQE LENGTH

| hateby cedity that the contants of this report are
accurate and correct, Al @5t resulls and cperations
perfeemad by this material manutacturer are In

compliance with the réquirements of the material
spaciications ksted In the Spacifications Block abave. QUALITY ASSURANCE
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