CERTIFIED MILL TEST REPORT

100% MELTED AND MANUFACTURED IN U.S.A.
All shapes produced by Nucor-Yamato Steel are cast

AT 270512 NUCOR-YAMATO STEEL CO.
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INVOICE NO. 493547 and rolled to a fully kilied and fine grain practice.
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Bem=C+Si#+ Mo+ Cut+Ni+Crt Mn+V +5 B H=Apprm. 0005 CARBON EQUIVALENT: CE = CE(IIW) =C + Mn/6 + {Cr+Mo+V)/S + (NI +Cu)/15 Corroslon Index: CI=25.01(%Cu)bS.B&(%NDH.20('/-01)01.49(%5I)017.28(%9)-729(%0!1)('/.NI)-9.|0(%NIX%P)-33.39(%CH)
30 20 20 60 20 15 10 Mercury hus not been used in the direct munufucturing of this

material.
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I hereby certify that the contents of this report are
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performed by, this material manufacturer are in A Da)’{ of )
compliance with the requirements of the material A IQ % a QQ: )
specifications listed in the Specifications Block above. QUALITY ASSURANCE C NOTARY
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