CERTIFIED MILL TEST REPORT

100% MELTED AND MANUFACTURED IN U.S.A.
All shapes produced by Nucor-Yamato Steel are cast

NUCOR-YAMATO STEEL CO.

=
DATE 6/13/11
P.0.BOX 1228 @ BLYTHEVILLE,AR 72316

INVOICE NO. 415283 and rolled to a fully killed and fine grain practice.
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'l BIDALGO 3530 PAT 4100 E ASTM A709/A709M-09 GR50 (345)
CUSTOMER NO.  BEVU¥3 Pl FINAL: SAN LUIS POTOSI, SLP MX G| ASTM AT09/AT09M-09 GRS0S (3455)
;| NUEVO 1aREDO, TM 88000 || ASTM AG/AGM-05
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CAL PROPERTIES CHEMICAL PROPERTIES
VIELD | Sl | oEisie, [ELONG| CHARPY IMPACT i Ni | Cr | Mo| V Cb | CE
IT:M DES(I;TRE|gﬂoN QTY | HEAT # o STRENGTH | STRENGTH TR IMPAGT ENERGY C Mn P S Si Cu
TENSIL| pgi % ° FT-LBS
E PSL_1 % | F sn |Pem cl
RATIO| MPa MPa % [o] JOULES
24 -162.0 61366709 .76| 55000{ 72000 27 .08/1.30f .014).025| .20| .28 .11} .11} .04| .03/.009| .37
40" .75] 52000 69000| 28 .01] .18
W610 x241.0 379  496| 27
12.192 M 359 476 28
2 W24 -162.0| 18366711 .77|53000{ 69000 29 .07|1.10f .013|.024| .24| .28| .1l1] .10| .03} .00|.018| .31
40" . 74| 52000 70000| 28 .01} .16
W610 x241.0 365 476 29
12.192 M 359 483 28
3 W24 -162.0 1(366717 .76 53000] 70000| 30 .08]1.10f .012].021| .25| .29| .10f .08 .03| .00|.019| .31
40" .77, 54000/ 70000 29 .01 .17
W610 x241.0 365 483 30
12.192 M 372 483} 29
4 W24 -162.0| 1366719 .76|53000[ 70000| 29 .08(1.10} .013/.021| .27| .27 .10 .08| .03] .00|.019| .30
40" .75| 52000 69000 30 .01 .17
W610 x241.0 365 483 29
12.192 M 359 476 30
Pem=Co+ Si+ Mn+Cut Ni+CrtMo+V+5BB=Approx.0005  CARBON EQUIVALENT: CE = CE(IW) =C + Mn/6 + (Cr+Vo+V)/5 + (Ni +Cu)/15 Corrosion Index: CI=26.01(%Culs3.88(%NI1+1.20(%C1)+1.49(3S1)+17.28(%P)-7.29(% Cu)(ANI)-5.10(%NIXAP)-33.39(4Cu)
30 20 20 60 20 15 10 Mercury has not been used in the direct manufacturing of this
material.
ELONGATION BASED ON 8.00 INCH GAUGE LENGTH STATE OF ARKANSAS COUNTY OF MISSISSI
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