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R36, ASME SA36-07 Ed 11 Ad

MEETS ASTM AL572-5C TYPE

Will make A572 Gr 50

1

LOT # PHYSICAL TESTS CHEMICAL TESTS
HEAT # DESCRIPTION Pel | RS | SR | seno WMDE.: |5 wo | oV | 2% | P | oE
JW1210087801 Nucor Steel - Texas 54,200 71,300 24.0% 1 .81 .008 .040 20 31
JW12100878 3x4.1# Channel 374MPa 492MPa .18 A3 .053 .003 012
20" A36/A529GR50 54,300 70,300 21.0% CE4020 CEA5’29
ASTM A36-08, A529-05, A709-09a G 374MPa 485MPa 0.31 0.35
R36, ASME SA36-07 Ed 11 Ad
MEETS ASTM A572-50 TYPE 1 o
JW1210087801 Nucor Steel - Texas 54,200 71,300 24.0% L1 .81 .008 .040 20 31
JW12100878 3x4.1# Channel 374MPa 492MPa .18 A3 .053 .003 012
40" A36/A529GR50 54,300 70,300 21.0% CE4020 CEA529
ASTM A36-08, A529-05, A708-09a G 374MPa 485MPa 0.31 0.35

I hereby certify that the material descrlbed herein has been manufactured in accordance with

the spec:l.f:.catlons and standards listed above and that it satisfies those reguirements.

1.} Weld repair was not performed on this material.
2.} Melted and Manufactured in the United States.
3.} Mercury, Radium, or Alpha source materials in any form

have not been used in the production of this material.
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