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Ein Unternshmen der Salzgitter Gruppe

Inepection certificate 3.1 Ko, {A03) 641073
DIN EN 10204 Pags 1/1
{An2) Date 08.04.2015
No.iAf} Plesa 23.02.2015 No.iamm
Puchiser Salzgitter Mannesmann Conmmar Plesa Anahuac y Clag., S.4A. de C.V
(A06) International GmbH 54940 COL. SAN FRANCISCO CHILPAN
40409 Disseldorf MEXIKO
Podit  W-Shapes acc. ASTM A6 Worksordero, 0000408327
{B0Y} A8}
Dispatchnote Mo. Q085511162
Stoal grade and terms of dalivery ASTM A 992-06a 07.04,2015
{B02-B13) ASTM A 992-06a:2007 Inspaction Ws
[ADS5)
Material data tsn-sm
Item Haat No. Quantity | Cond, of delivery | Produet Length £t | Weight kgs
{807l {B0B) {BO4) {Bo7) {BO3-B11) [Bi2)
05 65564 96 AR W10X26LBS/FT 40 45.064
3, 96 | AR: ssrolled 45,064
Dimensicnal check and visual examination of the surface condition:
without objection
Ladle analysis icn-cos
Haat Na, cC Si Mn P ] N Al v Nb Ti
{Ba7) % % % % % % % % % ¥
<03 <040 050-160 | <0085 <0045 <00z 50,15 <05
65564 0,09 0,17 1,30 0,014 |0,012 |Q,011 |0Q,009 |0,07 0,00 0,00
Hast No. Cu Cr Ni Mo 5n EV1l 1) |V+Nb
{B07) % % % % % % %
<060 20,35 <045 <015 £045 <015
£5564 0,33 0,07 0,14 0,02 0,02 0,37 0,07
1 EVI: CEV-CrMn/BeMo/NinGCr5+V/5Culs
Steel making: Electric process
{C70
Fully killed steel produced by
an electric arc furnace
Wae hereby certify that the delivered material complies with tha terms of the ordar.
{281}
f Trademark Pelnar Trager GmbH Inspectlon Representative
y (AR} Gorhard-Lucas-Meyer-5ir. 10 [ral]
D-31226 Peing
Link

AL}

This cartficate was prapared by a suitable fata processing system and is valld without signatuee aceording to EN 10 204, saction 5.



