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CODE (4%78) : LZ/CX14-JLO7D R EUE B P NO. (HE) : 1607221002
CUSTOMER CERTIFICATE NO.
RIS A E-STEEL, INC. We here by certify that the material described here in has been manufactured and tested in accordance with above specifications [ qcol
and the results of all are acceptable.
PRODUCT ERW ROUND STEEL NIERAIHEZ NE, RN RETLWIIRERR LG LEERNER, SRILIE. CAR NO. -
hgEL it PIPE e
e HFW > LANDARD API 5L GR.B/ASTM A53 GR.B HEAV;ELTI;?I}?I:\GT}\/ISESPTM ’ (v) M CONTRACT. T AU16005
)k : i . PN
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STEEL CHEMICAL COMPOSITIONE Ak 44 (%)
GRADE | HEAT NO. SPECIFICATION WEIGHT | PCS
W DA S -4
. MT (F) O c Si P S Cu Ni Cr Mo Ti v Al Nb N B Sn Ce Ca | CEn | CErm
mm
B 2-6096 ®168. 3%6. 3546150 | 99.665 | 639 |0.1510.18]0.35[0.024|0.021 | 0.009 | 0.024|0.039{0.000|0.001|0.002| - |0.002| - - - - - - -
B 2-6095 @ 168. 3%7. 11%6150 512 [0.160.20{0.321]0.023|0.021 [0.006|0.018|0.033(0.000]0.002|0.002| - |0.001] - - - - - - -
132. 106
B 2-6097 @ 168. 3%7. 11%6150 248 [0.16]0.21/0.33{0.021]0.020(0.010[0.0200.030[0.000{0.002(0.001] - [0.002| - - - - - - -
MECHANICAL PROPERTY OF PIPE BODY MECHANICAL PROPERTY OF WELDING SEAM (=) UTHFS SRS V) EMAT HEREREFS IR HYDROSTATIC TEST
Loyl WE LR R (-) ETiRFIEG KRR
T.S. E.L. 1Mp 1Mp DELAMINATION OF PTPE
Y.S. (Ryp.5) (Ry) ) Iy () FLATTENING | T.S. (Ry) HEHR (D WELDING SEAM END PIPE BODY |TEST PRESSURE| DELAY TIME
JoR 5 Pbsn g - JE f EEOR - FRE5100% s E Bk RIE T3 A3 Rk 4]
oy
MPa MPa ASOmm (%) - MPa - C WPa Y
368 476 37.0 - 0K - - 0K - - 10.9 6s
410 493 33.0 - 0K - - 0K - - 12.3 6s
393 473 37.5 - OK - - 0K - - 12.3 Bs
SIGN/SEAL OF THE THIRD PARTY DETECTION NOTES Y. S=YIELD STRENGTH T. S=TENSILE SZRENGTH s
BRI A R E. L=ELONGATION THP-THPACT AR 0
1. Pressure pipes used with ordinary pipes will be regarded as ordinary ones. 2. Quality defects occurred in transmit is beyond our g&?@a’ﬁ‘%&% 5 g
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UROE 3. Any changes by handwriting is invalid. 4. This certificate should be proved valid with seal W Xy
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