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Comm odity H-BEAM Class Cert. No.
#H 1% #BITBF
Specification _ASTM A36/A572 G50 Date of Issue 2009-03-12
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& & SIEEE {%C%) Chemical Composition Tensile Test 5B Impact Test
. B[RER PR (RS, | ETHE | Bend Remarkst3)
Dimensicns & Length {Heat No. (%gg) C{Si|Mn| P S|V |Nb T.5 ypP | gLl Test AVG 1 2 3
%100 X1000 | x1000 N/mm?2 % () C V-Notch
30X10—172X99 36 528.0] 399.0| 26.8
140.00 FT 3AT598 | oo gygl T8 17) 8 17 19 1 07 5310 401.0 264
G50X10-1/2X99 : > 52500 397.0| 26.0
40.00 FT BAT597 3.502] 18] 13 74 20 14 Y 1S 523 0] 3950 264
30%10—1/2X108 26 567.0] 380.0  27.0 ]
40.00 FT BATS94 | sng3e] 17] 19 78l 20 24 g 12 5020 374.0] 274
50X F0—1/2X108 18 504 0] 383.0 27.0
40.00 F¥ BATE95 | a5 oppf 20 15 76 23 16 2| 16 500.0| 379.0] 27.6
30X 10—1/2X124 36 502.0[ 371.0] 27.8 i
40.00 FT 3A7593 | gpgpa] 19| 14 77 2N 9 T 17 506.0| 375.0] 27.4
- T o
TOTAL 253,368 END
{:E) (1) Cea: (2} Gauge length : 200 mm (3) Impact Specimen Size
Note :
A7|e ME2 HAle Ho X™E 7ol g Hg SUE o 0/ 47? w

— WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANGE WITH THE _ .

B B B ABOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ASOVE ORCER & ¥ i Team &

Witnessed by MGR of Q.A Team
<A HMS | 102(A)-3a 2005084 A4(210x297)




