Bill To: Ship To: 1 Order Date:09/14/2009  CERTIFIED MATERIAL TEST REPORT

PLESA ANAHUAC Y CIAS 5A DE CV PLESA ANAHUAC Y CIAS Sh DE Cv PO No:7040 . GERDAU AMERISTEEL

4V VALLE DE LAS ALAMEDAS 302 QUIVIRA DR Mijl Order No:3649253 Petersburg Mill

NG 66—0 COL SAR FRANCISCO PEN AMERICAN BUSINESS PARX Load No:1282531 I GErDAU AMERIsTERL 20801 Hofheimer Way

MEXICO CITY/DEL. TOLT DF LAREDD > Manifest No:1983628 Petersburg, VA 23B03

54240 ) M¥ 78045 Ds (B04)524-2855
SIZ%® GRALE LENGTE PRODUCT

SOECIFICATIONS W 18 X Tef / w460 X 113 982/572-50 40 FT f 12.192 H_ WE BEAMS

ASTM A6-05a, A992~D6a, AST2-D6

HEAT NO: 30477400 CREMITCAL ANALYSIS

o Mn p 5 Si Cu Wi Cr Mo 5n v 5l - Nb CE
.08 1.25 . 015 .031 .20 .34 .11 .15 .022 .013 . 005 .03 .021 .36

. PRYSICAL. PROPERTIES
Yi=ld Strength - Tensile Strength Speciman Area

Elengation Bend Test RCE
K5I MPa K51 MPa Sg In 8g cm % Gage Length Dia. Result 5
57.3 395.1 X 515.0 0.94@ 6.10 27.0 B In 20Q mm
7.7 387.9 76.1 524.7 0.936 £.04 24.5 8In 200 mm

TENSILE TEST RATICS

YLD/TENS YLD/TENS
76 .17

All manufacturing processes of this prodnct,

including electric arc MELTING and continueus CASTING, occurred in the D.S.A,
CMTR complies with EN 10204 3.1

"I hereby certify that the contents of this report are correct and accurate. A1l tests and operations performed by this

materizl manufacturer or its sub-contractors, when applicable, are in compliance with the reguirements of the meterial
- specifications and applicabile purchaser designated regairements.”

=t ——=-Date:Dec. 15, 2009 Signed:

Date:
Tom L. Harrington: Quality Assurance Manager

Fotary Public (ii applicable)
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