Bill To: Ship To: 5§ Oxder Dale:05/07/2010 CERTIFE

SIDERTUL SR DE CV SLIDERTUL SA DE CV PO No:PLESA-IUTL
REC# SID93021BKRO 402 GRAND CENTRAL DLVD Mill Order No:37333867
AVENLDA PRESIDENTE MASARYK MILO BDISTRIBUTION CENTER Lead No1ll0Dgsss
MEXICO CITY : DE LAREDO T Manifest No:2009261
115%0 MX 78045 us
SILE GRADE LENGTH
SPECIFICATTIONS W12 X 404 / w310 X &0 992/572=50 40 Fr /12,192 M
ASTM AG-05a, A992-06a, ASY2-06
HEAT NO: 22543850 CHEMICAL ANATLYSIS
C Mn P ] 51 Cu Ni Cr Ma Sn v Al )] CE
.08 26 017,033 £ 23 -38 .09 +16 .031  .010 001 (9003  .020 .32
_ EHYSICAL PROPERTINA
Yinld Strength . Tenalle Strength - Spetimen Araa Elongatinn
KST MPa K81 MPa Sq In g cm 3 Gage Length
59.8 412.3 77.9 537.1 0.718 1.863 22.9 Bin 200 mm
38.1 407.5 7.9 537.1 0.695 4.48 23.8 8In 200 mm

TENSILE TEST RATIOS
YLO/TENS YLD/TERNS
.76 =17

All manufacturing processes of this product, including clectzic arc MELTING and eontlinuous CAS
CMIR complics with EN 10204 3.1

“T hareby certify that the contents of this report are correct and gocurate. AlL tests and op
material manufacturer or its sub-contracters, when applicable, are in compliance with the redgu
specifications and applicable purchaser designated requiremcnts.Y

Signedqrjfft;me#¢"¢.m4§§:¢glf§¢¢:»«mfgzhzzﬁklW,JmData:Mag. 28, 2010 Signecd:
Tom L. Harrington; Quallly ASsGrarée Managar Notary Public 1T appl




