Bill To: Ship Te: 5 Order Date:06/07/2010 CERTIFIED MATERTIAL TEST REPORT

SIDERTUL SA DE CV SIDERTUL SA DE CV PO No:PLESA-TUTL GERDAU AMERISTEEL
RFCE SID23091BKRO 402 GRAND CENTRAL BLVD Mill Order No:3733374 Midleothian Mill
AVENIDA PRESIDENTE MASARYX MILO DISTRIBUTION CENTER Load No:1309167 o] GERDAU AMERISTEEL 300 Ward Road
MEXICO CITY DF LARE[O X Manifest No:2009266 Midlothian, TX 76065
11570 ’ MK 78045 us {972)7715~8241
S5IZE GRADE LENGTH PRODUCT
SPECTEFICATIONS W 14 X 48§ / W360 X 72 992/572~50 40 FT / 12.192 M WE BEAMS
ASTM A6-05a, R992-06a, ASTZ-06
HEAT NO: 22542160 CHEMTCAL ANALYSIS
C Mn P 3 51 Cu Ni Cr Mo Sn \'4 Al Nb CE
.07 .98 .010 .036 .22 .33 .11 .08 .029 .012 .002 003 .018 .29
PHYSTCAL PROPERTIES
Yield Strength Tensile Strength Specimen Area Elongation Bend Test ROR
KSI MPa KS1 MPa 8q In Sq om % Gage Length Dia. Result %
56.8 391.¢ 73.7 508.1 0.836 5.39 25.2 8In 200 mm
56.6 390.2 74.1 510.8 - 0.850 5.48 24.7 8In 200 mm

TENSILE TEST RATIOS

YLD/TENS YLD/TENS
.76 217

All manufacturing processes of this product, including electric arc MELTING and continuous CASTING, occurred in the U.5.A.
CMTR complies with EN 10204 3.1

"I hereby certify that the contents of this report are correct and accurate. BAll tests and operations performed by this
material manufacturer or its svb-contractors, when applicable, are in compliance with the requirements of the material

specifications and applicable purchaser designated requirements."

Signedtf$53;:~t_=ag ¢::T,rc&aszﬁ=¢g;%:35%§%§§-0ate:Mag.28! 2010 Signed: Date:
Tom L. Harrington: Qualliy ASsurance Manager Wotary Public {If applicable) pa 1 of L
age : =}




