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PIPE TYPE FORZA WALL SPECIFICATI LENGH MASS MASS PER | HYDROSTATIC SPECIAL §
PRODUCT WORK SIZE THICKNESS HEAT ON GRADE (Longitud) (Peso Unitario) METER TEST REQUIREMENTS TUBE NUMBER
(Tipo de ORDER (Didmatro) (Espesor) (No. Colada ) | (Especificacié (Grado) (Peso Lineal kg (Prueba {Regquenimientos (No. Piezas)
producto) (OIF) pe n Norma) Metros Pies Lbs Kg X metros) Hidrostatica (psi)) especiales) 0 m
ERW OIF 1561 14.000 0.312 D18510630 | ASTM A53 B 12.40 40.66 0.00 0.00 67.40 951 Bamizado 1
ERW OIF 1561 14.000 0.312 D18510645 | ASIM Ab3 B 12.40 40.68 0.00 0.00 67.49 951 Barnizado 9
ERW OIF 1561 14.000 0.312 D18610757 | ASTM Ab3 B 12.40 40.68 0.00 0.00 67.40 951 Barnizado 3
ERW OIF 1561 14.000 0.312 D18810053 | ASTM Ab3 B 12.40 40.68 0.00 0.00 67.49 951 Barnizado 2
ERW OIF 1561 14.000 0.312 D18810056 | ASTM A53 B 12.40 40.68 0.00 0.00 67.49 951 Barnizado 7
ERW OIF 1561 14.000 0.312 D18810072 | ASTM A53 B 12.40 40.68 0.00 ~0.00 67.49 951 Barnizado 14
1561-27-23,1561-16-3,1561-10-10,1561-26-21,1561-20-3,1561-15-9,156 1-11-17,1561-27-10,1561-14-7,1561-16-14,1561-17-6,1561-18-10,1561-16-13,1561-15-16,1561-10-14,156 1-19-5,156 1-15-2,1561-11-5,1561-20-7,1561-16-5,1561-16-7,1561-

Tube (Lotes)

16-16,1561-16-6,1561-20-9,1561-21-4,1561-9-20,1561-14-23,1561-12-22,1561-20-12,1561-27-9,1561-8-8,1561-20-11,156 1-8-19,1561-19-23,1561-9-14,1561-9-5

Forza Steel certifica que los productos descritos en este documento fueron fabricados en cumpl
sus pruebas e inspecciones incluidas en los planes de calidad de forza steel para cumplir con los requerimientos del pedido en referencia.

inspections included in the quality plans of Forza Steel to meet the requirements of the order in reference.

iento con los requers

ientos de |a especificacion

descrita, obteniendo resultados satisfactorios en todas

Forza steel certifies that the products described in this document were manafactured in compliance with the requirements of the specification described, obtaining satisfactory results in all tests and

Chemical Analyses Mechanical Test (Pruebas mecanicas)
(Analisis Quimico) MB W
i Tensile Tensile Elongation nEmcmm. No
Heat (Colada) o si Mn P s v cr Cu Ni Mo Axmu_wr_ﬂ_uam_m mm_ww_oe %Mﬂmﬁf m:ﬂﬂﬂwm_v (%) (Elongacion) oomwa_,_o“_mmm
tension) Tension

D18510630 0.141 0.126 0.278 0.018 0.0034 0.0028 0.041 0.021 0.0099 0.0015 63.90 85.30 86.40 33 ACCEPTED
D18510645 0.158 0,132 0.278 0.012 0.0029 0.002 0.029 0.018 0.0056 0.0015 61.50 87.40 84.00 35 ACCEPTED
D18610757 0.145 0.128 0.284 0.013 0.0034 0.002 0.034 0.017 0.0061 0.0012 80.40 86.80 38 ACCEPTED
D18810053 0.136 0.132 0.284 0.015 0.0047 0.0016 0.042 0.015 0.0081 0.001 87.60 96.30 34 ACCEPTED
D18810056 0.157 0.127 0.273 0.013 0.010 0.0034 0.025 0.022 0.0078 0.0017 74.50 82.40 39 ACCEPTED
D18810072 0.1565 0.126 0.274 0.013 0.011 0.028 0.028 0.023 0.0065 0.0014 78.80 84.00 37 ACCEPTED
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]
PIPETYPE | FORZA AT SPECIFICATI TENGTH MASS MASS PER | HYDROSTATIC SPECIAL iy
PRODUCT |  WORK SIZE HiCkNess]  HEAT oN | oRaDE (Longitud) (Peso Unitario) METER TEST REQUIREMENTS TUBE NUMBER
(Tipo de ORDER (Diametro) {No. Colada ) | (Especificacié (Grado) (Peso Lineal kg (Prueba (Requerimientos (No. Piezas)
producto) (OIF) (Espesor) n Norma) Metros Pies Lbs Kg x metros) | Hidrostatica (psi))|  especiales)
ERW OIF 1567 14.000 0.312 D18510630 | AGTM A53 B 12.40 7068 0.00 0.00 57.49 951 Barmizado 1
ERW OIF 1561 0.312 D18510645 | ASTM A53 B 12.40 20,66 .00 0.00 57.49 551 Barmizado 9
ERW OIF 1561 0.312 D18610757 | ASTM A53 B 12,40 7068 0.00 0.00 5740 551 Barmizado 3
ERW OIF 1561 0312 D18610053 | ASTM A53 B 72.40 3068 0.00 0.00 57.40 351 Bamizado 2
ERW OIF 1561 0312 518810056 | ASTM Ab3 B 12.40 70.66 0.00 0.00 57.49 551 Barnizado 7
ERW OIF 1561 0,372 B16610072 | ASTM A3 B 7240 70.66 0.00 0.00 57.40 951 Bamizado T4
11010 1561-26-21,1561-20-3,1561-15.9,15671-11-17,1561-27-10,1661-14-7,1561-16-14,156117-6,1561-16-10,1561-16-13,1561-15-16,1561-10-14,1561-19-5,1561-15-2,1561-11-5,1561-20-7,1561-16-5,1561-16-7,1561-

1561-27-23

Tube (Lotes)

,1561-16-3,156

16-16,1561-16-6,1561-20-9,1561-21-4,1561-9-20,1561-14-23,1561-12-22,1561-20-12,1561-27-9,156 1-8-8,1561-20-11,1561-8-19,1561-19-23,156 1-9-14,1561-9-5

Chemical Analyses Mechanical Test (Pruebas mecénicas)
(Analisis Quimico) MB W
. Tensile Tensile Elongation _uEmcmm. No
Heat (Colada) c Si Mn P s v cr Cu Ni Mo Axmw_mm%_ﬁmm_wwae Axmﬂ_mﬂ%ﬁm m:ﬂﬂﬁmmc (%) (Elongacitn) oﬂﬂ:h iveg
tension) Tensién

D18510630 0.141 0.126 0.278 0.018 0.0054 0.0028 0.041 0.021 0.0099 0,0015 63.90 8530 86.40 33 ACCEPTED
D18510645 0.158 0.132 0.278 0.012 D.0029 0.002 0.029 0.018 0.0056 0.0015 61.50 87.40 84.00 35 ACCEPTED,
D18610757 0.145 0.128 0.284 0.013 0.0034 0,002 0.034 0.017 0.0061 0.0012 60.00 80.40 86.80 38 ACCEPTED
D18810053 0.136 0.132 0.294 0.015 0.0047 0.0016 0.042 0.015 0.0081 0.001 50.60 87.60 96.30 34 ACCEPTED
D18810056 0.157 0.127 0.273 0.013 0.010 0.0034 0.025 0.022 0.0078 0.0017 47.00 74.50 82.40 39 ACCEPTED
D18810072 0.155 0.126 0.274 0.013 0.011 0.028 0.028 0.023 0.0065 0.0014 58.10 78.80 84.00 37 ACCEPTED

-
Forza Steel certifica que los productos descritos en este documento fueron fabricados en cumplimiento con los requerimientos de la especificacion descrita,
sus pruebas e inspecciones incluidas en los planes de calidad de forza steel para cumplir con los requerimientos del pedido en referencia.

Forza steel certifies that the products described in this document were manufactured in compliance with the requirements of the specification described, obtaining satisfactory results in alf tests and

inspections included in the quality plans of Forza Steel to meet the requirements of the order in reference.

obteniendo resultados satisfactorios en todas
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