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CUSTOMER (Cliente)

PURCHASE ORDER (Orden de Compra)

DELIVERY (Remision)

DATE (Fecha)

REFERENCE NUMBER
(No. Referencia)

Chemical Analyses

Mechanical Test (Pruebas mecéanicas)

PLESA ANAHUAC Y CIAS., S.ADE C.V. 30311 5048865 26/10/2020 20102020-15046
PIPE TYPE FORZA WALL SPECIFICATI LENGTH MASS MASS PER HYDROSTATIC SPECIAL
PRODUCT WORK SIZE THICKNESS HEAT ON GRADE (Longitud) (Peso Unitario) METER TEST REQUIREMENTS TUBE NUMBER
(Tipo de ORDER (Diametro) (Espeson) (No. Colada ) || (Especificacio (Grado) (Peso Lineal kg (Prueba (Requerimientos (No. Piezas)
producto) (OIF) P n Norma) Metros Pies Lbs Kg X metros) Hidrostatica (psi)) especiales)
ERW OIF 1516 20.000 0.500 102556 ASTM A53 B 12.20 40.03 4169.43 1891.22 155.12 1067 Barnizado 4
ERW OIF 1516 20.000 0.500 202610 ASTM A53 B 12.20 40.03 4169.43 1891.22 155.12 1067 Barnizado 1
ERW OIF 1516 20.000 0.500 300733 ASTM A53 B 12.20 40.03 4169.43 1891.22 155.12 1067 Barnizado 3
Tube (Lotes) 1516-7-5,1516-6-6,1516-7-6,1516-6-7,1516-10-9,1516-8-5,1516-6-9,1516-7-4

(Andlisis Quimico) MB W
i Tensile Tensile Elongation Prueba; No
Heat (Colae) S I T R L (R 2 T T DO NNCR PG i G e ] INKCTCEEE DI vt
tension) Tension
102556 0.160 0.127 0.835 0.018 0.007 0.002 0.029 0.026 0.030 0.008 48.70 69.10 66.80 40 ACCEPTED
202610 0.149 0.113 0.822 0.019 0.006 0.002 0.031 0.021 0.027 0.008 51.60 71.80 63.60 40 ACCEPTED
300733 0.162 0.105 0.846 0.013 0.004 0.002 0.042 0.089 0.029 0.007 49.20 68.70 74.80 42 ACCEPTED

Forza Steel certifica que los productos descritos en este documento fueron fabricados en cumplimiento con los requerimientos de la especificacion descrita, obteniendo resultados satisfactorios en todas
sus pruebas e inspecciones incluidas en los planes de calidad de forza steel para cumplir con los requerimientos del pedido en referencia.

Forza steel certifies that the products described in this document were manufactured in compliance with the requirements of the specification described, obtaining satisfactory results in all tests and
inspections included in the quality plans of Forza Steel to meet the requirements of the order in reference.

Certify By (Autoriz6)

Ing. Edgar Eduardo Olivo Hernandez

Control de Calidad y Laboratorio
(Responsible)
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