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CUSTOMER (Cliente) PURCHASE ORDER (Orden de Compra) DELIVERY (Remisidn) DATE (Fecha) (No. Referenc
PLESA ANAHUAC Y CIAS., S ADEC.V. 30460 5049719 27/11/2020 26112020-15(
PIPE TYPE FORZA WALL SPECIFICATI LENGTH MASS MASS PER HYDROSTATIC SPECIAL
PRODUCT WORK SIZE THICKNESS HEAT ON GRADE (Longitud) (Peso Unitario) METER TEST REQUIREMENTS TUBE NUMB
(Tipo de ORDER (Diametro) (Es ) {No. Colada ) | (Especificacio (Grado) (Peso Lineal kg (Prueba (Requerimientos (No. Piezas
producto) (OIF) PEIg n Norma) Metros Pies Lbs Kg x metros) | Hidrostatica (psi))]  especiales)
ERW OIF 2014 10.750 . 0.250 R54134 ASTM AS3 B 6.20 20.34 561.23 254 57 41.76 953 Barnizado 116
T R Y P T - A T S S o T L T T T A e e T e ST B Re et SR AP ven, TP PRI FTE T e Rl © PR R ST T S T
2014-13-148,2014-9-4A,2014-13-14A.2014-11-13A,2014-12-5B,2014-11-13B,2014-7-12B,2014-11-22A,2014-1 w.nom._m.’oq_h-._ 1-16A,2014-12-4A.2014-8-8A,2014-9-11B,2014-10-4B,2014-13-20A,2014-13-118,2014-9.38,2014-11-148,2014-9-78,2014
Tub |16B,2014-12-48,2014-9-158,2014-7-6A,2014-11-12A,2014-12-38,2014-13-11A,2014-7-6B,2014-11-14A 2014-11-11A,2014-7-12A,2014-11-7B,2014-11-TA,2014-12-6A,2014-2-11A,2014-10-3A,2014-9-3A,2014-9-48,2014-9-7A,2014-8-22A,2014-11-
e 9B8,2014-9-8A, 2014-7-58,2014-13-13B,2014-9-23A,2014-11-178,2014-11-198,2014-12-18A,2014-9-15A 2014-11-208,2014-11-19A,2014-10-3B,2014-7-5A,2014-9-22A 2014-13-13A,2014-11-20A,2014-11-5B8,2014-11-128,2014-10-4A,2014-9-5A,20
(Lot |5A,2014-8-8B,2014-11-BA, 2014-9-6A 2014-11-8B,2014-12-5A 2014-13-198,2014-13-19A,2014-12-6B,2014-7-24A 2014-7-7B,2014-9-0A 2014-9-8B,2014-9-10A 2014-9-23B8,2014-12-188,2014-11-17A,2014-8-22B,2014-9-68,2014-8-108,2014-7-24E
es) |4B,2014-9-58,2014-11-10A,2014-12-20B,2014-12-21A,2014-11-22B,2014-13-7A,2014-6-21A,2014-11-10B,2014-11-118,2014-12-19A, 2014-12-198,2014-9-228,2014-8-238,2014-11-188,2014-13-7B,2014-12-158,2014-8-2A 2014-8-10A 20 14-8-38,

Chemical Analyses

15A,2014-11-18A,2014-10-158,2014-6-218,2014-10-15A,2014-7-7A,2014-12-218,2014-12-20A 20 14-8-23A,2014-12-16A,2014-12-16B8,2014-9-2B,2014-8-3A,2014-12-3A,2014-8-10B

Mechanical Test (Pruebas mecanicas)

Forza Steel cel

ca que los productos descritos en este documento fueron fabricados en cumplimiento con los requerimientos de la especificacion descrita, obteniendo resultados satisfactorios en todas
sus pruebas e inspecciones incluidas en [os planes de calidad de forza steel para cumplir con [os requerimientos del pedido en referencia.

Forza steel certifies that the products described in this document were manufactured in compliance with the requirements of the specification described, obtaining satisfactory results in all tests and
inspections included in the quality plans of Forza Steel to meet the requirements of the order in reference.
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R54134 0.069 0.011 0.789 0.012 0.003 0.001 0.017 0.009 0.003 0.001 51.27 63.08 64.16 40
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PIPE TYPE | FORZA WALL SPECIFICATI LENGTH MASS MASS PER | HYDROSTATIC SPECIAL
PRODUCT WORK SIZE THICKNESS HEAT ON GRADE (Longitud) (Peso Unitario) METER TEST REQUIREMENTS TUBE NUMB
(Tipo de ORDER {Didmetro) (Espesar) (No. Colada ) | (Especificacic (Grado) (Peso Lineal kg (Pruaba (Requerimienlos (No. Piezas
products) (QIF) P n Morma) Matros Pies Lbs Ka X metros) Hidrostatica (psi)) especiales)
ERW OIF 2014 10.750 0.250 R54134 ASTM A53 B 6.20 20.34 561.23 254.57 41,76 993 Bamizado 116
S e S S e T B e e e e e R S e AT S = == e . TRASS A= = S e e
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Forza Steel certifica que los productos descritos en este documento fueron fabricados en cumplimiento con los requerimientos de la especificacion descrita, obteniendo resultados satisfactorios en todas
sus pruebas e inspecciories incluidas en los planes de calidad de forza steel para cumplir con los requerimientos del pedido en referencia.

Forza steel certifies that the products described in this document were manufactured in compliance with the requirements of the specification described, obtaining satisfactory results in all tests and
inspections included in the quality plans of Forza Steel to meet the requirements of the order in reference.
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