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14,2042-46-10,2042-42-3,2042-42-7,2042-38-19,2042-42-4,2042-41-14,2042-46-4,2042-39-14

PLESA ANAHUAC Y CIAS., S.ADE C.V. 29927 5046317 06/07/2020 06072020-12921
PIPE TYPE FORZA WALL SPECIFICATI LEN(_BTH MASS i MASS PER HYDROSTATIC SPECIAL
PRQDUCT WORK §IZE THICKNESS HEAT O!\! » GRADE (Longitud) (Peso Unitario) METER TEST REQUIR!EMENTS TUBE N!JMBER
(Tipo de ORDER (Diametro) (Espeson) (No. Colada ) || (Especificacio (Grado) (Peso Lineal kg . (Prugba . (Requerlmlentos (No. Piezas)
producto) (OIF) n Norma) Metros Pies Lbs Kg X metros) Hidrostatica (psi)) especiales)
ERW OIF 2042 12.750 0.406 AB7200 ASTM A53 B 12.40 40.68 2216.73 1005.49 80.46 1359 Barnizado 14
ERW OIF 2042 12.750 0.406 AB7201 ASTM A53 B 12.40 40.68 2216.73 1005.49 80.46 1359 Barnizado 6
ERW OIF 2042 12.750 0.406 AB7202 ASTM A53 B 12.40 40.68 2216.73 1005.49 80.46 1359 Barnizado 2
ERW OIF 2042 12.750 0.406 AB7206 ASTM A53 B 12.40 40.68 2216.73 1005.49 80.46 1359 Barnizado 7
2042-38-3,2042-47-9,2042-48-2,2042-42-19,2042-37-16,2042-36-1,2042-32-15,2042-46-1,2042-41-13,2042-37-19,2042-41-12,2042-3-6,2042-41-1,2042-38-12,2042-38-13,2042-4-12,2042-46-5,2042-32-16,2042-40-14,2042-46-3,2042-32-

Forza Steel certifica que los productos descritos en este documento fueron fabricados en cumplimiento con los requerimientos de la especificacion descrita, obteniendo resultados satisfactorios en todas
sus pruebas e inspecciones incluidas en los planes de calidad de forza steel para cumplir con los requerimientos del pedido en referencia.

Forza steel certifies that the products described in this document were manufactured in compliance with the requirements of the specification described, obtaining satisfactory results in all tests and
inspections included in the quality plans of Forza Steel to meet the requirements of the order in reference.

Chemical Analyses Mechanical Test (Pruebas mecéanicas)
(Analisis Quimico) MB W
Yield Strength sTt?g:lglfh St;(;?r?(i:?sn Elongation g;?r?ii\:mos
) o -
Heat (Colada) ¢ Si Mn P S v C 8 Nt i (KSI) (Limite eléstico) | (KSl) (Ulimaf  Ultima (%) (Elongacién) UT N10
tensién) Tension

AB7200 0.055 0.022 0.601 0.017 0.001 0.003 0.164 0.321 0.104 0.021 52.60 69.10 72.80 42 ACCEPTED
AB7201 0.057 0.025 0.649 0.020 0.003 0.000 0.145 0.325 0.096 0.044 58.43 70.29 70.20 44 ACCEPTED
AB7202 0.062 0.028 0.627 0.016 0.001 0.001 0.146 0.356 0.103 0.013 52.20 68.10 71.30 42 ACCEPTED
AB7206 0.055 0.021 0.599 0.017 0.003 0.002 0.140 0.328 0.105 0.039 54.80 65.70 68.10 43 ACCEPTED

Certify By (Autoriz6)

Ing. Edgar Eduardo Olivo Hernandez
Control de Calldad y Laboratorio
(Responsible)
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ERW OIF 2042 12.750 0.406 AB7201 ASTM A53 B 12.40 40.68 2216.73 1005.49 80.46 1359 Barnizado 6
ERW OIF 2042 12.750 0.406 AB7202 ASTM A53 B 12.40 40.68 2216.73 1005.49 80.46 1359 Barnizado 2
ERW OIF 2042 12.750 0.406 AB7206 ASTM A53 B 12.40 40.68 2216.73 1005.49 80.46 1359 Barnizado 7
2042-38-3,2042-47-9,2042-48-2,2042-42-19,2042-37-16,2042-36-1,2042-32-15,2042-46-1,2042-41-13,2042-37-19,2042-41-12,2042-3-6,2042-41-1,2042-38-12,2042-38-13,2042-4-12,2042-46-5,2042-32-16,2042-40-14,2042-46-3,2042-32-
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