Forza Steel certifica que los productos descritos en este documento fueron
satisfaclorios en todas sus pruebas e inspecciones incluidas en los planes

el to meet the requirements of the order in reference.
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HSS OIF 1517 Bx8 0.375 D18608638 |-ASTM A500 B 12.20 40,03 531.28 6594.56 56.97 N/A N/A 6
HSS OIF 1517 B8 0.375 D18608645 | ASTM A500 B 12.20 2003 1531.28 594.58 56.97 A NIA 9
HSS OIF 1517 BxXB 0.375 D18807932 | ASTM A500 B 12.20 40.03 1531.28 "694.58 56.97 NA WA 14
HSS OIF 1517 Bx8 0.375 518607934 | ASTM A500 B 12.20 40.03 1531.28 694.58 56.97 NA NA 1
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13,1517-16-16,1517-17-8,1517-18-10,1517-17-9,1517-11-12,1517-17-17,1517-18-6,1517-17-5,1517-17-3
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018608638 0.150 0.134 0.296 0.018 0.0047 0.0014 0.035 0.027 56.10 27
518608645 0.168 0.127 0.290 0.016 0.0034 0.0013 0.031 0.022 57,50 24
D18807932 0.147 0.131 ~0.289 0.017 0.0031 0.0017 0.039 0.024 59.20 L
018807934 0.164 012 0.265 0.013 0.003 0.0012 0.032 0.021 56.00 26
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fabricados en cumplimiento ¢ an los requerimientos de la especificacion descrita, obteniendo resultados
de calidad de forza steel para cumplir con los requerimientos def pedido en referencia.

Forza steel certifies that the products described in this document were manufactured in compliance with the requirements of the specification described, obtaining satisfactory results
in all tests and inspections included in the quality plans of Forza Ste
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