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MILL TEST CERTIFICATE

(ACCORDING TO EN10204 3.1)
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Xituo,Zhenhu Road,Hudai Industry Park,Binhu District,
Wuxi city,214116,Jiangsu Province,China

Tel :( 0510)83070810 Email:zxm@wxhytg.com
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HUAYOU SPECIAL STEEL
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CUSTOMER LT e ) CERTIFICATE NO. " MAKING METHOD COLD-DRAW
g i PRIME SEAMLESS CARBON STEEL PIPE NORM NACE 20 1O SHEK-CAN-16-1949 TR 30,8
DESCRIPTION BLACK LACQUER COATING, CAPS ON BOTH ENDS, PLAIN ENDS ' DELIVERY CONDITION NORMALIZED

7°E il 22 Toa%iNE & [ = HYSALZ160201C MHMHE T -

PRODUCT SEAMLESS CARBON STEEL PIPE CONTRACT NO. HEAT TREATMENT

B HE M Hr H A

ASTM A53/A106/API 5L PSL1 B/X42 2016-06-03
SPECIFICATION A53/K106/ = GRADE / DATE OF ISSUE J
Ypz 33. 4mm BEE 6. 35mm K ” B {160 NUOKHL — BEE (T3 —
0.D. e W. T. SCH 160 | LENGTH TOTAL PIECES (PCS) TOTAL METERS ' TOTAL WEIGHT (KGS)
1k, £ % B % 4 E e ()

_ CHEMICAL COMPOSITION Non-Metallic Inclusions (Grade)
S | d&r=its bRk STH & Tk fik &R it fit 4 5 S e . im HE 58 5 i A B c D
NO. | WORK NO. HEAT NO. PCS C Si Mn P S Cu Ni Cr Mo V B Nb Ti Bi As

Max | 0.28 - 1.06 |0.030/0.030 | 0.40 | 0.40 | 0.40 | 0.15 | 0.08
Min - 0.10 | 0.29 | - - ~ = - - <
1 |C1602031-13| 658397 1000l H# | 0.22 | 0.21 | 0.42 |0.005|0.004 | 0.05 | 0.01 | 0.02 |0.006 |0.004
fr{fiR3& TENSILE TEST k3§ IMPACT TEST Timfte i 4 FAREE
: k7B GAUGE LENGTH (50.8mm) Aw €I N. D. E. METALLOGRAPHIC EXAMINATION
*2 . . o ‘ e
EIlsES 3 FiRosEE 1.8, |JRRRE Y.S. | f#4®E B.L. | RIWEE TEMPERATURE OF TEST i R IS 7K R 5
Sk MPa %4  MPa A % 10X 10X55 (20°C) HARDNESS TEST | HYDROSTATIC | ... s PR b
< 3 X, ] e ke R
NO. TEST ﬁfif% ﬁf]‘%ﬁ‘ﬁ MICROSTRUC- ()
Mﬂx = b= == 1 2 3 AVG : ’ : i TURE GRAIN SIZE
Min 415 290 30 TUBOS Y BARRAS HUECAS DE
){\g *g MEXICO, S.A DE C.V.
A AN PLESA ANAHUAC, CIAS
1 ¥ 483/494 295/300 32/34 = = = = === - £ H sne ’
i/ & . GOOD GOOD CLIENTE : oo
AR ILT R ST B F ik 5e - 2% ke % B L3R4 L o 18] J8 36
VISUAL & DIMENSION GOOD FLATTENING TEST BENDING TEST ¢OOD EXPAND TEST Intergranular Corrosion Test A 20
7%  [k1. H: HEAT (LADLE) ANALYSIS; P: PRODUCT ANALYSIS. *2. ##ER~ SIZE : £#iiik#: CROSS-SECTIONAL SPECIMEN o
NOTES 3. 3771 ORIENTATION : L=%4[ LONGIYUDINAL. *4. SY=0.2%0FFSET. PEDIDO : JR097203
WE HEREBY CONFIRM THAT OUR PRODUCTS ARE MADE WITH MATERTALS WHICH ARE FREE FROM RADIATION CONTAMINATION e
T = . : . - 'ﬂ% CANTIDAD :
sy | TEUEVIARBIBIEEG, BEFMEEHEE. BAE, REAOR, JEERERaFER. T B
S&;é,m WE HEREBY CERTIFY THAT THE MATERIALS DESCRIBED HEREIN HAVE BEEN MANUFACTURED, SAMPLED, TESTED AND INSPECTE
* IIN ACCORDANCE WITH THE CUSTOMER' S SPECIFICATION (S), AND THAT THEY SATISFY THE REQUIREMENTS.

WUXI HUAYOU SPECIAL STEEL CO., LTD 1S THE MANUFACTURER OF THE MATERIAL
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