CLIENTE: T!'COTA NUMERO PTM-47144,45-2001
PROCARSA,S.A.DE C.V. CERTIR DE CALIDAD CUSTOMER: Lo NUMBER
DE PRUEBAS FISICAS-QUIMICAS PEDIDO CLIENTE /P.0.
PEDIDO INTERNO /1.0. 6906 FECHA
QUALITY CERTIFICATE OF TEST PEYSICALS-CHEMICAL _;5.:; © DATE  MAYO 23,2001
ITEMS 27126-1 /1 20766-30 / 22458-30
ESPESOR DE PARED IGRADO : PRESION HIDROSTATICA:
SIZE: 12 314 WALL THICKNESS 0.250" [GRADE : ASTM AS3-B HIDROSTATIC TEST: 58 Kg/cm' 820 PSI
PRUEBAS D& TENSION ANALISIS QUIMICO % EN PESO
TENSILE TEST : CHEMICAL ANALYSES PERCENT WEIGHT
nernoveri | . coLamA visre sraceors | voenssramcr | wsionc | e C Mn P S Ch v Ti St Cu Al Ca Cr Ni Mo N Ceq
|_sescurrion | . wear L2 @ r | vars
81 Te 13138 49 605 64 105 35 0.77 0.154 0.84 0.010 0.005 - - - 0.170 0.015 0.046 0.0005 0.004 0.007 - 0.0023
Ts 71857
2-3 Tc 13141 50 829 63 192 38 0.80 0.160 0.78 0.008 0.007 - - - 0.160 0.013 0.045 0.0020 0.003 0.006 - 0.0026
Ts 69 214
11 Te| 33471 57 204 67 808 41 084 | 0.170 0.80 0.011 0.006 - - - 0.173 0.036 0.039 0.0001 0.010 0.013 - 0.0042
Ts 72 253
97 Tc| 436810 51 048 64 482 38 0.79 §#§ 0.160 0.80 0.009 0.003 - - - 0.214 0.009 0.042 0.0008 0.002 0.007 - 0.0018
Ts 71319
816 Tc| 210874 66 070 71464 38 0.92 0.073 1.17 0.012 0.005 - - - 0.193 0.011 0.030 0.0035 0.021 0.027 - 0.0057
Ts 77 317
33-12 Tc; 211815 65 633 77 939 30 0.64 0.088 1.20 0.013 0.006 - - - 0.228 0.020 0.028 0.0027 0.018 0.027 - 0.0102
Ts 79 235
26-12 Tc| 212085 61 143 72538 35 0.84 0.081 1.20 0.015 0.005 - - - 0.204 0.031 0.050 0.0025 0.014 0.034 - 0.0080
Ts 76 003
18-2 Tc| 212087 62 482 75 262 a3 0.83 0.076 1.22 0.017 0.005 - - - 0.192 0.027 0.049 0.0018 0.016 0.029 - 0.0062
Ts 77 213
11-15 Te] 212088 68 523 79 431 31 0.86 0.077 1.23 0.018 0.005 - - - 0.185 0.049 0.050 0.0021 0.018 0.034 - 0.0059
Ts 81533
32-22 Tci 212088 65 834 75297 38 0.88 0.074 127 0.018 0.005 - - - 0.202 0.028 0.059 0.0021 0.018 0.036 - 0.0055
Ts 79559
CERTIFICAMOS QUE LA TUBERIA AQUI DESCRITA CUMPLE Y HA SIDO 'WE CERYIFY THE PIPE ABOVE MENTIONED ACCOMPLISH AND HAS \..
FABRICADA, MUESTREADA, PROBADA E INSPECCIONADA DE ACUERDO BEEN MANUFACTURED, SAMPLED, TESTED AND INSPECTED IN -
CON LOS REQUISITOS APLICABLES DE LA ESPECIFICACION: ACCORDANCE WITH APPLICABLE REQUIREMENTS OF SPECIFICATIONS: o Qu \
E] -
. ASTM ING. FERNANDO OSORIO PER
GERENTE DE ASEGURAMIENTO DE ALIDAD
Qu SURANCE M R




