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E Tﬂtvﬁ!&’q CLIENTE: TUCOTA NUMERO PTM-53681-2002
PROCARSA,SA.DEC.V. CERTIFICADO DE CALIDAD CUSTOMER: NUMBER )
DE PRUEBAS FISICAS-QUIMICAS PEDIDO CLIENTE /P.0.
PEDIDO INTERNO / 1.0. 9602 FECHA
QUALITY CERTIFICATE OF TEST PHYVSICALS-CHEMICAL PARTIDA (§) DATE DICIEMBRF 07. 2002
ITEMS 40230-20 J
DIAMETRO : [ESPESOR DE PARED _h.c:xr PRESION HIDROSTATICA:
DIAMETER:  16* ALL THICKNESS 0.281" GRADE : ASTM AS3-B . [HIDROSTATIC TEST: 52 Kg/em® 740 PSI
PRUEBAS DE TENSION ANALISIS QUIMICO % EN PESO
TENSILE TEST CHEMICAL ANALYSES PERCENT WEIGHT
-!I\”.!g ULTIMA TENINON
fnernosers | coama | vinssmeooms | vownzsmescrs [wmowc| waur | C Mn | 4 S Cb v Ti Si Cu Al Ca Cr Ni Mo N Ceq
sescRirTION w—ar os1 *31) > yars
2-4 Tc{ 128658 56 293 68 531 35 082 #0180 | 113 | 0013 | 0.007 [ 0001 | 0002 | 0002 | 0202 0.017 0.035 | 00019 | 0.024 | 0.026 | 0.004 | 0.0080
Ts 72 859
12113 ,J 221008 57 101 67 550 36 085 §0.180 | 1.17 | 0020 | 0.005 | 0.001 | 0003 | 0003 | 0250 0.011 0.035 | 0.0034 | 0019 | 0.020 | 0.003 | 0.0065
Ts 73 588

CON LOS REQUISITOS APLICABLES DE LA ESPECIFICACION:
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WE CERTIFY THE PIPE ABOVE MENTIONED ACCOMPLISH AND HAS
BEEN MANUFACTURED, SAMPLED, TESTED AND INSPECTED N
ACCORDANCE WITH APPLICABLE REQUIREMENTS OF SPECIFICATIONS:
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ASTM AS3-B 99 ING. FERVANDO OSORIO PEREZ] 7
GERENTE DE ASEGURAMIENTO DE CALIDAD
SURANCE MANAGER




