Sy CERTIFICADO DE TUBERIA No CERTFICADO(certificate No.): 070252
CLIENTE(customer):
: PIPE CERTIFICATE PLESA AMAHUAC Y CiAS: S.A. DE GV
Tubacero DIRECCION({address): AV, VALLE DE LAS ALAMEDAS # 66 O COL. SAN FCO CHILPAN
TILTITLAN, EDO. DE MEXICO C.P. 54840
oT. DIAMETRO ESPESOR GRADO ESPECIFICACION PROCESO PEDIDD T. PREPARACION PROVEEDOR FECHA
{order no.} {outside diam.) (thickness) . {grade} . (specification) (process) (contract) (preparation order) {supplier) {date}
33415 16.000" 0.250" X-42/5LBJAS3B APISLED. 43/A.S.TM. ERW 2683 B-064-2007 APM 08/03/2007
T W .,nm oRENTACION 3
TUsO ¥, Bz op  famnlalion) =T
{pipe} By E e R e
: e & | ENERGY fbsifl) 1 Blelo i 3 o A o
3 1 2 3 AVG Av) Mlele] C Mo P S S AL S Cr Ni Mo - Ti Nb B v Als Ca:  PCM CE
H| 7| 0.19| 068 | 0.009| 0.002|0.206| 0.028] - - - - . - - - - - - -
' 287 | 0641529 |H| 7| 50300 | 67800 43 1 0.74 P|7]0.13] 0.72 | 0.009| 0.007 | 0.251]| 0.024] 0.012| 0.008| 0.015| 0.007 | 0.008| 0.001| 0.0002 | 0.001 - 0.005 | 018 | 0.26
P|7|0.15| 0,69 | 0.009| 0.007|0.251|0.024| 0.012| 0.008| 0.015] 0.007 | 0.008| 0.001| 0.0003 | 0.001 - 0.005| 020 | 0.27
6 71700 H| 7| 0.18] 0.70 | 0.009] 0.004 | 0,170} 0.038| - . - - - - - - - - . .
176 | 0611516 |H| 7| 51200 | 69000 43 | 0.74 P|7|0.18| 0.74 | 0.002| 0.007 | 0.251| 0.034| 0,012 0,008 | 0.015| 0.007 | 0.008 | 0,001} 0.0003 | 0.001 - 0.005 | 028 | 0.32
P| 7| 047| 067 | 0.009| 0.007]0.251|0.036]| 0.012| 0.008| 0.018| 0.007 | 0.009| 0.001| 0.0002 | 0.001 - 0.005 | 0.24 | 0.29
6 74200 H| 7] 0.19] 0.72 | 0009 0.004 | 0.230{ 0.044| - - - - - - - - - - - -
217 | 0631578 |H| 7| 46300 | 67500 44 0.69 P|7]|0.13| 0.66 | 0.009| 0.007 | 0.251| 0.041| 0,012 0,008 | 0.018] 0.007 | 0.008 | 0.001| 0.0002 | 0.001 - 0.005 ]| 0.20 | 0.25
P|7]0.12| 0.72 | 0.0098| 0.007 | 0.251| 0.043] 0.012| 0.008 | 0.016| 0.007 | 0.008 | 0.001| 0.0002 | C.001 - | 0005 | 019 | 0.25
PRUEEA HIDROSTATICA: FRESION: TIEMPL:
(hidréistatic test) (prossure) 1120 psi (5ma) 10 sec (ORIENTACIO & SOLDADURA, (weld)
ULTRASONIDOU.T.): STANDARD DE REFERENCIA: J 1. TRANSVEREAL (fransverse) 7. METAL BASE {base matal)
_._.“..Sagnv - REFERENCE STANDARD (2 LONGITUDINAL (longitudinal) B ZOMA AFECTADA (haz)
RAYOS-K (RT): PENETROMETRO (penetrometar): N/A TAMARIO  (size) 9. LINEA DE FUSION {fusion line)
(e-ray) |2 RECTANGULS e TIFO DE PRUEBA {type}
NORMALIZADD DE SOLDADURA: TEMPERATURA (tempesature:  1600° F MIN 4. CILINGRICA{round bar) 0,500 H. COLADA (heat}
(heat treatment weid) L |5 CILINDRICA{round bar) 0.3507 P: PRODUCTD (prosduct}
. _mmmmzﬂm STANDARD F: U.T. DRILLED HOLE 1157, G: LLT. DRILLED HOLE 1/, LOCALIZACION (location) R: REMUEETRED (rechack)
. - HOTCH N-5, J. U T, NOTCH V=10 L: RT HOLE 47167, N: RT HOLE 2-2T ©: RT HOLE 2-4T
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